McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
November 30, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: - Compaction Testing - 10/13/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, Wayne Alexander, was on site to perfofm compaction testing

of the site fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

e K
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46.9 401 37,2 35.8 35.1
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675 67.2 67.9 68.1 687
707 70.7 70.7 707 70.7
95.5 95.0 96.0-- ., 983 97.2

|4 95.0 95,0 85.0 - 950 95.0

TEST LOCATIONS
1. E-18, 2™ Lift
2. E-20, 2™ Lift
3. E-18, 2" LR
4, F-19, 2™ Lift
5. F-20, 2™ Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O, BOX 13337, CHESAPEAKE, VA 23325-0337
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Should you have any questions concerning this report, please contact this office at your
convenience.
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Dominion Energy - Chesapeake / Ms. Louise Wallin

ABORATORIES, INC.
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- McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
November 4, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention:  Richard Mackow

Subject: ~ Compaction Testing - 9/28/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, David Cropp, was on site to perform compéction testing of
the fly ash fill for the above referenced project. All tests were performed according to the

70.7 70.7 707 70.7 - 707

100+ 100+ 100+ 100+ 100+
95.0 95.0 95.0 95.0 95.0

ASL 392 27.7 295" 283 283
| opTivUM 327 327 327 327 32.7
EMEASURET 7 .
: M@%ﬁRE 65.7 64.9 65.0 65.5 64.9

MES
f””gfé[ﬁ%m

TEST LOCATIONS

1, 8™ Lift at Fr14
2. 8" Litt at E/4
3, 89 Lift at E/15
4. 8V Lift at EMB
5, 8% Littat EMT

6.

"ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337 CHESAPFARF VA 73375.0337
1211



Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

%ief Englneer N
S‘[ \"‘ »)F
s

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

October 7, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention:  Richard Mackow

Subject: Compaction Testirig - 9/8/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

procedures outlined by ASTM D 2022,

276 27.8 24.8 256 26.9
288 29.8 2908 20.8 29.8
6.1 67.2 65.1 65.9 66.0
64.5 64.5 64.5 B845. 64.5
100+ 100+ 100+ 100+ 100+
ER OMBACT) 950 95.0 95.0 95.0 85.0

TEST LOCATIONS

1. G-18, 5% Lift

2. F-16, 5% L

3. D16, 5™ Lift

4. E-16, 57 Lift

5. C-18, 57 Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE. VA 23325.0227
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Should you have any questions concernin
convenience.

cC.

g this report, please contact this office at your

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

Dominion Energy - Chesapeake / Ms. Louise Wallin

1214



Compaction Test - 9/8/05
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McCALLUM

TESTING LABORATORIES, INC,

Geotechnical Engineering, Materials Testing & Environmental Services
September 21, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention:  Richard Mackow

Subject: Compaction Testing - 8/10/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the backfill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

1. Grid C-14, Final Lift
2. Grid C-15, Final Lift
3. Grid C-18, Final Lift
4, Grid C-17, Final Lift
5. Grid C-18, Final Lift

B.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337
1216



Should you have any questions concerning this report, please contact this office at your
convenience.

CC.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

i

- f E' - d
E{Age ngineer

Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
September 27, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: Compaction Testing - 8/18/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, John Bradshaw, was on site to perform compaction tt_asting
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

v

TEST LOCATIONS

1. Grid C-13, Final Lift
2. Grid C-14, Final Lift
3. Grid C-18, Final Lift
4. Grid D-14, Final Lift
5. Grid D-15, Final Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ PO. BOX 13337, CHESAPEAKE, VA 23325-0337 i
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Should you have any questions conceming this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

,GD.S)& i]nloclgé.E.

x Thief Engineer X
Ly A
b 2, ~O
SIONAL®

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
September 30, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention:  Richard Mackow

Subject: Compaction Testing - 8/25/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our fechnician, Scott Edwards, was on site to perform compaction testing of
the subgrade for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

TEST LOCATIONS
1. Tee Box#9, Final Lift

2. Tee Box #9, Final Lift
3. Tee Box #8, Final Lift
4. Tee Box #9, Final Lift
5. Tee Box #8, Final Lift

6.

"ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ P.O. BOX 13337, CHESAPEAKE, VA 23325-0337

1222



Should you have any questions conceming this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
September 15, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Aftention: Richard Mackow

Subject: Compaction Testing - 8/1/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

" On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922,

. R’f—.'(%)' s
E (%)

TEST LOCATIONS
1. Grid #F-13, Final Lift

2. Grid #F-14, Final Lift
3. Grid #F-15, Final Lift
4. Grid #F-15, Final Lift
5. Grid #F-15, Final Litt

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 ¢ PO. BOX 13337, CHESAPEAKE, VA 23325-0337

1224



Should you have any questions concerning this report, please contact this office at your
convenience.

CC!

Very truly yours,

McCALLUM TESTING LABORATORIES, ING.

Dominion Energy - Chesapeake / Ms. Louise Wallin

1225
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

September 1, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: Compaction Testing - 7/22/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, David Cropp, was on site to perform compaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

s Tt el %

12

24.3 26.8 20,5 244 233
29.8 298 298 29.8 20.8
66.5 65.2 655 66.8 65.9
64.5 64.5 64.5 B4.5 64.5 -
100+ 100+ 100+ 100+ 100+
95,0 95.0 95.0 95.0 95.0

1. 5MLift, F16

2. 5™ Lit, E16

3. 5" Lit, D16

4. sYLift, D15

5. 5™ Lift, D14

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ PO. BOX ] 3337, CHESAPEAKE, VA 23325-0337

TAFTAALTI Jryrmrry 4mn cammn 4 =ms e emme
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Should you have any questions concermning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

o

ey
SToNAL E

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

August 17, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Aftention: Richard Mackow

Subject: Compaction Testing - 7/15/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922,

b 5 (8
275 251 21.2
298 20,8 29.8
64.8 65.6 625
64.5 645 64.5
100+ 100+ 100+
95.0 95.0 95.0

TEST LOCATIONS

1. Grid G-11, Final Lift
2. Grid G-12, Final Lift
3. Grid F- 12, Final Lift
4. Grid F-11, Final Lift
5. Grid E-11, Final Lit

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO, BOX 13337, CHESAPEAKE, VA 23325-0337

1229



Should you have any questions concerning this report, please contact this office at your
convenience,

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

August 16, 2005

CPM
180 Golif Road
Reinholds, PA 1 7569

Attention: Richard Mackow

Subject: Compaction Testing - 7/7/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023085

Dear Mr. Mackow:

the procedures outlined by ASTM D 2922

12
33.1 256 291 305
20.8 29,8 29.8 298
65.3 69.2 70.0 66.7
64.5 . 645 64.5 64.5
100 100+ 100+ 100+
) 95.0 95,0 95.0 95.0

TEST LOCATIONS

1. U-32, 5% i

2 U340

3. U30,3%9 1

4. U-29, 3Lk

5. U-28 39Li#

6.

“ASTM D 698

1808 HAYWARD AVEN, UE, CHESAPEAKE, VA 23320 + PO. BOY 13337, CHESAPRART 174 225ar nan-

MIFTAIFTT cmmm e
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

cc.  Dominion Energy - Chesapeake / Ms. Louise Wallin

1233
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
August 15, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: Compaction Testing - 7/1/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fill on Haul Road for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2922.

95.0 95.0 895.0

TEST LOCATIONS
1. Haul Road near Entrance, 57 Lift

2. Haul Read near Entrance, 50 Lift
3. Haul Road near Entrance, 57 Lift
4. Haul Road near Entrance, 5 Lift
5. Haul Road near Entrance, 57 Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 ¢ PO. BOX 13337, CHESAPEAKE, VA 23325-0337

TAYY AT il s m —_ e
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Should you have any questions concerning this report, please contact this office at your
convenience,

Very truly yours,

¢c:  Dominion Energy - Chesapeake / Ms. Louise Wallin

1236
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

August 11, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Aftention: Richard Mackow

Subject: Compaction Testing - 6/27/05
‘ Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outiined by ASTM D 2922.

Rp e R

R

TEST LOCATIONS

95.0

1. Grid 8-31, Final Lift
2. Grid T-31, Final Lift
3. Grid U-31, Final Lift
4. Grid \V-31, Final Lift
5. Grid V=31, Fiﬁa! Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337

TAFTLVUTY srprmmes dmh mmmm i mme me et
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin

1239



uwwmm 9¢ ¥¥ ¢¥ 0% 8¢ 9¢ ¥¢ ¢¢ 0¢ 8L Sl +1 2l 0Ol
¢ LS

S ¢ IS BT L2 GT ¢Z LlZ 6L LL GL gL Ll

58,9cVv¢

uoT3eocof 3s93 uoTIordWOd .

1240



- McCALLUM

TESTING LABORATORIES, INC.

_ Geotechnical Engincering, Materials Testing & Environmental Services
July 29,2005

CchPM
180 Golf Road
.Reinholds; PA 1756‘9

Attention: Richard Mackow

Subject: = Compaction Testing - 6/20/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our techniCian, John Bradshaw, was on site to perform compaction testing

of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

K ER N 5
T 12 12 .12 '
24.4 24.0 203 | 216 250

29.9 298 299 29.9 299

64.7 65.1 64.9 65.6 654

645 64.5 64.5 64.5 64.5

100+ 100+ 100+ T 100+ "100+

95.0 95,0 95.0 1950 95.0

1. Grid H-17, Final Lift

2. Grid H-18, Final Liit
3. Grid H-19, Final Lift
4. Grid H-20, Fina! Likt
| 5. Grid H-21, Final Lit

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424-2874

1241



Should you have any questions concerning this report, please contact this office at your
convenience.

CC:

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.
;Aﬁﬁzgtﬁﬁ??;;

o

Dt sikntoch
’S@a;ef Engineer &\'

- Ey

Dominion Energy - Chesapeake / Ms. Louise Wallin
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- McCALLUM

TESTING LABORATORIES, INC,

Geotechnical Engineering, Materials Testing & Environmental Services
July 8, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject; Compaction Testing - 5/31/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, John Bradshaw, was on site to perform compaction testing

of the fiy ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

' . 2 5 .
DE N) k 12 12 12

SUREL nggl_sT“UﬁE"(‘%j 1 19.2 202 18.5 19,1 16.9
MOISTURE (% | 360 360 36.0 36.0 360
RY DENSITY (PCF) 723 68.9 68.2 724 716
.I:_J;IE_..PTJ‘S‘;I'IY(PCF‘)“"_ . W 713 713 713 ) 713 71.3
URED:COMPACTION (%) ~ o100+ 95.6 95.7 100+ 100+
; iqg_[jﬁéb.po_h1PAc‘rlQﬁ1%) B 95.0 95.0 95.0 95.0 95.0

TEST LOCATIONS
1. Grid #V-32, Final Lift

2. Grid #U-32, Final Lift
3. Grid #U-31, Final Lift
4. Grid #U-30, Final Lift
5. Grid U-29, Final Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 % FAX (757) 424-2874

1244



Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

Y
*, Sro N

T
%‘AL %ﬁjﬁ‘w

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLU

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

June 16, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Aftention: Richard Mackow

Subject: Compaction Testing - 5/9/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Macﬁow:

On this date; our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

SRR LY

| TEéT LéCATIONg

1. Grid U-29, Final Lift
2. Grid U-30, Final Lift
3. Grid U-21, Final Lift
4, Grid U-28, Final Lift
5. Grid U-28, Final Lift

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874

1247



Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin

1248
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- McCALLUM

TESTING LABORATORIES, INC.

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

" Subject: Compaction Testing - 4/1/05
Etheridge Greens

Chesapeake, Virginia

MTL Project 023086

Dear Mr..Mackow:

Geotechnical Engineering, Materials Testing & Environmental Services

- July14, 2005

On this date, our technician, Scott Edwards, was on site to perform compaction testing of
fly ash fill for the above referenced project. All tests were performed according to the

procedures outlined by ASTM D 2922,

TESTNO, . ]
PROBE DEPTH (Ii) 2 12
MEASURED MO[STURE (%) 29.8 315
QP;I;IMU_HZIVMOIS]EQB,E‘(%)* _ 36.0 36.0
MEASURED DRY,DENSITY (PCF) 68.4 . 877
MAXIMUM DRY DENSITY (PCF)* 713 713
MEASURED COMPACTION (%) 85.9 85.0
MIN. RE@L_JI’”R;—:"Q;‘OTMPACTIQN (%) 95.0 95.0

TEST LOCATIONS
1. Tee Box #5, Final Lift

2. Tee Box #6, Final Lift
3.
14
5.

6.

"ASTM D 698 — 3/11/05

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874

1250



Should you have any questions concerning this report, please contact this office at your
convenience.

CcC.

Very truly yours,

MCCALLUM TESTING LABORATORIES, INC.

Chlef Engmeem
‘5, 93! e
ONAL

Dominion Energy - Chesapeake / Ms. Louise Wallin
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CPM
180 Golf Road .
- Reinholds, PA 17569

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

_ Attention; Richard Mackow

Subject:  Compaction Testing - 6/13/05

Etheridge

Greens

Chesapeake, Virginia
MTL Project 023086

Dear Mr. Macko‘wi

July 19, 2005

On this date, our technician, Lou Madray, was on snte to perform compactlon testing of
- the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

7TESTN0 1 2 8 T4 5
PRI E DEPTH. (IN) S 8 8 8 8 8
';-]VIEASURED MOISTURE (%), =™ 20.2 31.2 28.0 303 .30.7
SOPTIMUM MOISTURE (%)* R Y 20.8 29.8 298 208
MEASURED DRY- DENSITY- (PCF} | 74T 69.4 74.8 73.9 735
;MAXIMUM DRY: DENSITY (PCF)* 646 | 646 64.6 64.6 64.6
1 C _ ] 100+ 100+ 100+ 100+ 100+
':MIN ‘!EQUIRED COMPACTION (%) { ‘ss0 95.0 95.0 85.0 95.0

TEST LOCATIONS
1. Lift #5, H-10

2. Lift #5, H-11

3. Lift#5, H-12

4. Lift#5 H-13

5. Lit#5, H-14

B,

*ASTM D 698 — 6/13/05

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757} 420-2520 ¥ FAX (757) 424-2874
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Should you have any questions conceming this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

‘xmLock” 3
uglas SOKIRHIGER, PE;‘;{
C?ﬁif@gmeer o~

-\
RS O %
STONAL Bl

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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- McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

May 10, 2005

CPM
180 Golf Road
Reinholds, PA 17569

 Attention:  Richard Mackow

Subject: Compaction Testing - 4/11/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, Alex Swafford, was on site to perform compaction testing of

the fly ash fill on the fairway for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2922.

R
5|
24.8 29.8
36.0 36.0
""" 72.5 71.8
713 71.3
100+ 100+
5.0 95.0

TEST LQQXTIONS
1. 18" Hole

2. 18" Hole

3.

4,

5.

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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Should you have any questions concerning this report please contact this office at your
convenience.

CC.

Very truly yours,

McCALLUMTESTING LABORATORIES, ING.
FEP Oy

BNl € Betiial

+ 4 A
Cp”
m]oc\h\E’fE.

Cﬁi%%ﬁgg}gge::ﬁf

Dominion Energy - Chésapeake I Ms. Louise Wallin
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- McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

June 9, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject; Compaction Testing - 4/22/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, Alan Spik, was on site to perform compaction testing of the

fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922,

RN N
) T 12 ’ 12 12
MEASURED MOISTURE (%) ] 230 282 22.9
[OPTIMUM MOISTURE (%)* ] 386 38.6 386
DDRY DENSITY (PCF) | 724 69.1 763
DRYDENSITY PCF¥ | @52 65.2 65.2
MEAS! 1 100+ 100+ 100+
“MIN. REQUIRED COMPACTION (%) - | 850 95.0 95.0
TEST LOCATIONS
1. P20
2. M-20
3. 19
4.
5,
6.
*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yotjrs,

McCALLUM TESTING LABORATORIES, INC.

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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- McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

June 10, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: Compaction Testing - 4/27/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, Alex Swafford, was on site to perform compaction testing of

the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

200 = B
8
( 259 252 26.1
STURE (%) 366 366 36.6
SITY{PCF) 70.1 67.5 68.0
>CE 71.3 71.3 713
IRE 100+ 0a.9 99.7
95.0 95.0 95.0
TEST LOCATIONS
1. Final Lift
2. Final Lift
3. Final Lift
4.
5.
6.

"ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

MCCALLUM TESTING LABORATORIES, INC.
o

: 3 3 X
Cﬁ,lﬁeiiEnglneer oty

{(_)!

~ﬁﬁ1#4 A‘aE;;Mﬁ

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention: Mark L. Baker

Subject: Compaction Testing - 3/4/05

Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

March 30, 2005

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to

the procedures outlined by ASTM D.2922.

12 2 12
20.1 213 21.0
3856 388 386
66.5 65.4 62.9
65.2 65.2 65.2
100+ 100+ %.5
95.0 95.0 95.0

1. Grid D-12, Final Lkt
2. Grid E-12, Final Lift
3. Grid F-12, Final Lift
4.
5.

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 F.0. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience,

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

pS

K *

; S, info M,fP E.
4 Ch!e% %ﬁﬁé[ngeger \,4_37-,2_1

'Sz 2

q’-—* e
SJON AL T
e o

cc.  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

May 19, 2005

CPM
180 Golf Road
Reinholds, PA 17569

Attention: Richard Mackow

Subject: Compaction Testing - 4/29/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Mackow:
On this date, our technician, John Bradshaw, was on site to perform compaction testing

of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

5 6
- 165 21.8
S | 360 36.0
Y (PCF) — | 7as 68.5
(PGFy* | 73 71.3
ON-{%) T 100+ 96.2
OMPACTION (%) | es0 95.0

TEST LOCATIONS

1. Grid T-31, Fina! Lift
2. Grid T-32, Final Lit
3.

4.

5' .

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience.

CC.

Very truly yours,

MCCALLUM TESTING LABORATORIES, INC.

‘,rd:

% IELASE K

L Do : Ioc:]:y

&@hlef Engmeer F‘;
5 5s IONALE\
w

Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALL UM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Envtronmental Services
March 15, 2005

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention: Mark L. Baker

Subject: Compaction Testing - 2/16/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:
On this date, our technician, Wayne Alexander, was on site to perform compaction testing

of the fly ash backfill for the above referenced project. All tests were performed according
to the procedures outlined by ASTM D 2922.

L B D ER 5 6
12 12 12
35.0 320 364
34.2 34.2 342
71.8 69.1 67.0
68.7 687 68.7
100+ 100+ 975

“MIN. REQUIRED:COMPACTION (%) 95.0 95.0 95.0

TEST LOCATIONS

1. G-11, 5" Lik

2. F-11, 8™ Lift

3. E-11, 5" Lt

4,

5.

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very fruly yours,

ORATORIES, INC.

1, 1§
@;ef Engmeer &

(L"
ﬁ&wéYONA{

cc:  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
March 22, 2005

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention: Mark L. Baker

Subject: Compaction Testing - 2/25/05
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:
On this date, our technician, Wayne Alexander, was on site to perform compaction testing

of the fly ash backfill for the above referenced project. All tests were performed according
to the procedures outlined by ASTM D 2822.

JESTNG.. 2 3 & 5 6
PROBE DEPTH (IN) 12 12
MEASURED MOISTURE (%) 342 292
OPTIMUM MOISTURE(%)* " | 342 342
MEASURED DRY DENSITY (PCF)- < | 65.7 66.3 68.1
MAXIMUM DRY DENSITY (PCE)" - | 687 68.7 68.7
MEASURED COMPACTION (%)~ "'} 956 96.5 99.1
- MIN. REQUIRED COMPACTION (%) | 950 95.0 95.0
TEST LOCATIONS
1. E-11, 7" Lift
2. E-12, 7" Lift
3. E-10, 7" Lift
4.
5.
6.
1 *AsTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PH(INE (757) 420-25200 4 FAX (757) 424-2874
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,
BORATORIES, INC.

McCALLUM TESTING LA

%6 ; Eochﬁ’g.E.
X&Gtgef Engineer ¢
S S1oN AL S

s oot

cc.  Dominion Energy - Chesapeake / Ms. Louise Wallin
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

January 25, 2005

CPM _ o
-1541 Alta Drive, Suite 205 -
 Sunburst Office Plaza:

- Whitehall, PA 18052 -

" Attention: Mark'L. Baker

Subject: Compaction Testing - 12/23/04- - .
‘ Etheridge Greens - Lo

* Chesapeake, Virginia, .
MTL Project 023086

Dear Mr. Baker;.

. On this Haté_, our: teéh.nié:iah; Ai_an Spik,- was on'sifcé to‘perfbrm -compac.tidn 'iééﬁng_ ‘of the -
fly- ash fill for'the above referenced project. All tests were performed-according.to the
‘procedures outlined by ASTMD 2922, - : : S

5
1 281 ] 284 240 -
10 %2 | 32 | sz
" 83 | 70 79.0
c 7 852 . 852 | es2
R 100+ | 100+
HNEREGITRE ] es0 950, 95.0
TEST LOCATIONS '
1. P29
-1 2 Qe
3. R29
|4
5.
6.
"ASTM D 698
N i
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Should you have any questions concernin

convenience.

g this report, please contact this office at your

Very truly yours,

MCCALLUM TESTING LAB ORATORIES, INC.
LI'I 27
\NEP [ O.r. fos

v S S
HHilip S, ';-,. 'v
Sﬁfo Ao
10 AR
DAY g.%: b CH

?,Dou asOB KRR E.

Q&!\ef Engmeer é
S0 NAL ?3\4
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

~ February 10, 2005

CPM .

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052.

Att‘_e_nti‘on:' ~ MarkL. Baker

. Subject: - Site'Inspection - 1/11/05
B Etheridge Greens .

Chesapeake, Virginia

MTL Project.023086-

p‘e'arr Mr. Baker: '

" On this date, our senior technician, Scott Edwards, .was' prqvidéd at the above mentioned
project site to provide compaction tests. After our technician’s arrival at the project site;

he was.informed by the General Contractor that no areas were. ready for testing at that

time, - . S ' ' :

‘Should you haile.:a__hy dUestioh's cohc;erning this report, please contact this 6ffice at your
convenience. - : ' : . . -
B Very tru‘ly youré‘, :

McCALLUM TESTING LABORATORIES, INGC., -

@?1% S. Bermatizs,.

3 irector of Ope
o

% ScottR Bale p g

1808 HAYWARD ZVENUE, CHESAPEAKE, VA 23320 4+ PO. BOX 13337, CHESAPEAKE. VA 22375.0227
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

January 18, 2005

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention:  Mark L. Baker

Subject: Compaction Testing - 12/8/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023088

Dear Mr. Baker:

On this date, our technician, Scott Edwards, was on site to perform compaction testing of
the fly ash backfill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

1. #5 Fairway
2. #3 Rough
3.

4,

5.

6.

*ASTM D 698

1808 HAYWARD'AVENUE, CHESAPEAKE, VA 23320 4+ PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757} 420-2520 4 FAX (757) 424-2874 5
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Should you have any questions concernin
convenience.

Very truly yours,

g this report, please contact this office at your

McCALLUM TESTING LABORATORIES, ING.

J,fr""‘f;'."" Ei?’f“ﬂ,x )
.%ﬁgnﬁ -Pi(lgg_
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Envzranmental Services
December 9, 2004

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention:  Mark L. Baker

Subject: Compaction Testing - i1/5/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our technician, John Bradshaw, was on site to perform compac’uon testing
. of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outhned by ASTM D 2922.

TEST LOCATIONS
- 1. Grid #U-26, Final Lift

2. Grid #U-25, Final ‘Liﬁ
3. Grid #T-25, Final Lift
4,
5.

6.

*ASTM D 698

<§?%«c

R
K

_ -
1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337
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Should you have any questions concerning this report, please contact this office at your
convenience,

Very truly yours,
McCALLUM TESTING LABORATORIES, INC.
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
December 9, 2004

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 180562

Attention: Mark L. Baker

Subject: Compaction Testing - 11/5/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our technician, John Bradshaw, was on site to perform compactidn. testing
. of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922,

TEST LOCATIONS

- 1. Grid #U-26, Final Lift
2. Grid #U-25, Final .Liﬂ
3. Grid #T-25, Final Lift
4.

5.

6.

*ASTM D 698

WA TV AWIEIYa bvwm s rem o m—— e s o e e
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Should you have any questions concemin

convenience.

g this report, please contact this office at your

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

pir e

% Chief Engiﬁeer{;

%“'u? ONAL €5
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
December 1, 2004

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention: Mark L. Baker

Subject: Compaction Testing - 10/7/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our technician, Alex Swafford, was on site to perform compaction testing of
. the fly ash for the Golf Course for the above referenced project. All tests. were performed
according to the procedures outlined by ASTM D 2922,

T T3 :
8 8 8
30.3 284 307
38.6 386 38.6
631 5.3 54.2
65.2 65.2 65.2
9.8 100+ 98.4
| é5.0 95.0 95,0
TESTLOCATIONS
1. 26T
2 27T
3. 260
4
5. )
6.
*ASTM D 668

. %
o

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE. VA 23325-0337 = "
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.
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McCALLUM

Geotechnical Engineering, Materials Testing & Environmental Services
October 28, 2004

CPM _
1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention: Mark L. Baker

Subject: Compaction Testing - 9/29/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our technician, Alan Spik, was on site to perform compaction tesﬁng of the
. fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

e ! : T

L
GBE B { e 12 12
MEASHREDVOISTURE (7 27.4 27.8 27.0
M ISR e 34.2 " 34.2 34.2
! ﬁ&x DRUIDE 775 7841 75.3
MAXINUNIDEY DENSHY (Bor 65.2 652 652
S UREDE GNP ACT BN : 100+ 100+ 100+
EMINIREQT : 5 5.0 95.0 95.0
TEST LOCATIONS
1. 027
2. T27
3. s27
4,
5.
8.
*ASTM D 698

TROR HAVIVARN AVDMNITIE A IIroivmemg vre wee —e oo . .
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

1292



McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

October 27, 2004

CPM

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attenfion:  Mark L. Baker

Subject: Compaction Inspection - 9/17/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our senior technician, John Bradshaw, was provided at the above
mentioned project site to perform compaction testing. After our technician’s arrival at the
project site, he was informed by the Site Contractor that no areas were ready for testing
at that time. :

Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly‘ yours,
McCALLUM TESTING LABORATORIES, INC.,

1808 HAYWARD AVEN. UE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

October 13, 2004

cbPM

1541 Alta. Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention.  Mark L. Baker

Subject: Compaction Testing - 9/13/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the flyash backfili for the above referenced project. All tests were performed according
to the procedures outlined by ASTM D 2922.

=

TEST LOCATIONS. |
1. 26U, 10" Lift

2..26T, 10™ Lkt

3..268S, 10" Lifi

| *AsT™MD 698

—_ P '.\f:‘ "ﬂ",‘"‘l
cLerPE

.

TANA YT ITITIs wmwm s m e m—mam
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

1295
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

September 14, 2004

CPM

1541 Aita Drive, Suite 205
Sunburst Office Plaza’

~ Whitehall, PA 18052

Aftention: Mark L. Baker

Subject: Compaction Testing - 8/24/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:
Also on this date, our technician, Alex Swafford, was on site to perform compaction

testing of the fill for the golf course for the above referenced project. All tests were
performed according to the procedures outlined by ASTM D 2922.

TEST NO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 8 8 8
MEASURED MOISTURE (%) ' 42 [ 303 324
OPTIMUM MOISTURE (%}* 386 386 38.6
MEASURED DRY DENSITY (PCF} 70..1 67.9 69.5
- MAXIMUM DRY DENSITY (PCF)* 68.7 68.7 68.7
“MEASURED COMPACTION (%) 100+ 98.9 100+
MIN. REQUIRED COMPACTION (%) 5.0 95.0 95.0
¢! TEST LOCATIONS

1, Subgrade 5% Lift at R21

2. Subgrade 5" LiftatR22 -
3. Subgrade 5" Lift at R23

4,

5.

8.

*ASTM D 698

gt 22 B

TAANA FPIYIIYPs ¥ W rmaTwvyes  mmmemm s e s mm— e
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Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

- 59 i
'%;}o Chief Engmeer:-

&&ﬂiaafaﬁii;ﬁxﬂ
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Enwronmenral Services

September 9, 2004

CPM-

1541 Alta Drive, Suite 205
Sunburst Office Plaza
Whitehall, PA 18052

Attention; Mark L. Baker

Subject: Compaction Testing - 8/12/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:
Also on this date, our technician, John Bradshaw, was on site to perform compaction

testing of the fly ash fill for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2922.

TEST NO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 12 12 12

MEASURED MOISTURE (%) 31.4 316 306

OPTIMUM MOISTURE (%)* 38,6 386 386

MEASURED DRY DENSITY (PCE) ‘ 66.0 66.8 857

MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 85.2

MEASURED COMPACTION (%) 100+ 100+ 100+

MIN. REQUIRED coMPAcnon (%) 95.0 95.0 95.0

TEST LOCATIONS

1. Grid Q24, Final Lift
2, Grid R24, Final Lift
3. Grid 524, Final Lift
4.
5.

6.

“ASTM D 698

3OT 22 2k

1808 HAYWARD AVENUE, CHESAPEAKE. VA 23390 4 P01 ROY 13337 FIGECADLA UL 174 22948 naamr
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Should you have any questions concerning this report, please contact this office at your
convehience.

Very truly yours,

O~g'{;h|ef Engineert«. &
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McCALLUM

TESTING LABORATORIES, INC.

August 17, 200 1 :
ugust 17, 2004 Geotechnical Engineering, Materials Testing & Environmental Services

CPM Compaction Testing - 7/28/04
P.O. Box 2814 Etheridge Greens
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

TEST NO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 6 6 6 6

MEASURED MOISTURE (%) 40.9 4.41 39.0 40.1

OPTIMUM MOISTURE (%)* 386 3856 386 . 386

MEASURED DRY DENSITY (PCF) 66.4 62.8 61.9 62.1

MAXIMUM DRY DENSITY (PCF}* 65.2 65.2 65.2 65.2

MEASURED COMPACTION (%) 100+ 963 95.0 952

MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0 95.0

TEST LOCATIONS

1. See Attached Plan, Final Lift
2. See Aftached Plan, Final Lift
3. See Attached Plan, Final Lift
4. See Attached Plan, Final Lift
5,

8.

"ASTM D 698

ogias SoKifoch, £ E.
Chief Engineer &
% e N

.\
Al

NAL T

516

SHIFPED au5 30 700

TOND FYATITITIA TArN A TITu3Trorve o ¥eircs i s s wrem =mms mmm o om «

1303



R I A 0 T S R s —
R m r Ty LT, T _,.r- 17
> o -y S oigm
S LA B ) ﬁ % 4 &
. NV1d TOKINOD 1\, N
NOISOET ANY INTAWIAITS ot aw o Aa
Tt et TR S T
- e} i
SNATAD THATITHLT
— it L -
_ T — o] e ey e B
) —— g TR 1
[ rot wm T FoD S04 enasous S100Y : ETE e R ELCL Sz_uc..au._oﬁ am i o
009 W | Famvad M vA Govy - roua dlivIoTe sanare . “ e 4
ST ™ = e
K1 - P 53
C R
TIFIS HHJYH:
TV LW R )
2N TR SR WLV AereeLL
!-Iu“s!h-! Iu-‘.- ....... m
RPRREANY 2
g
53
.S
1 P
%4
o ok e B
7001 @ AR 13LY0 5% &
z
NYTd QIAOHIdY -
In
<
o M
N m
= » .5 -
.. -
z Fm g3
..V.‘ ... ... m m
11 . 2.
il N - -
m i i .
3 b ) "
= 4rl.. e ; i 2
il | LT B R S £ie
ND..: L 2 A f Gz
=~ Iy a‘l.wj Ny Y G
- TR S R
- | R ,
A do ngy e
. ii P HI[M
4 Il =
‘I-.nl_\.!ﬂ ;
T s R
[ i
i i 1 ¢
PR T IR H
v _,..—. s O
‘ 4 P —
& - & — ¥
Ay e P g Ti@ VWL = T 28

v0/8z/L - 3s81l uoTidoedwo)d

1304



August 11, 2004
CPM

P.O. Box 2814
Easley, SC 20641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC,

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 7/12/04
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

TEST NO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 6 6 6

MEASURED MOISTURE (%) 36.2 324 38.1

OPTIMUM MOISTURE (%) 34.2 342 342

MEASURED DRY DENSITY (PCF) 701 596 712

MAXIMUM DRY DENSITY (PCF)* 68.7 68.7 68.7

MEASURED COMPACTION (%) 100+ 100+ 100+

MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0

TEST LOCATIONS
1. See Attached Plan, Final Lift

2. See Aftached Plan, Fina! Lift
3. See Attached Plan, Final Lift
4,
5.

5.

*ASTM D 698

A At

McCALLUM TBSTING TABORATORIES, INC.

S

£ ZPhilp 5, Bermah =

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE. VA 23325-0337

1305



Vel mom [ewa -_-..l.- NEED
M IV ﬂh_..l.. p
R i - ﬂ
] PN OB L 3004 v TIRINH

NOISOXE ONY INTWIAES

NY1d TO4dINOD . =

vRles

TR T PYI v T ra——— AN CrUN VR ISF

Hew sde

SNITED IOAYHH ML

s I
T T Tevm forr

=T o | = -
TTamasa] T W) 401 ST 87007 .«“

19017330 | 03wiir WISvA 4300Y < 3018 aRI¥IAIIN GHADY |

Ao -y
s

; .
| e ——

TI¥YOS JOLYD

STV LUNOFE UMD ) 0] 4] L3Iuo
I T oo ¥1LTanMOld D0 1Y

WG LIS . Ebsoes e ————
omza !

‘dl!n!u.‘v’i
W HAL TR O {

Mg adaz avm
niia 3ITEA dweRoan]L .IT ‘e
LICM]

A0wvuky teon g a3
4310k

IECTRL I P
Cr jue ) usERe MM

RS RN T

TODL TR AYR aLvyo

NY7Td QIAOHAdY

|l\nﬁhnB|l.\

70/ZL/L 3593 uor3oedwod . @

ililers
EER AN LU F)

e AT PR A e

R
ﬁﬂ%r....\ = _s.w

ZOWTLLIHA

2 e
w [ eyt 2T -
o e e ¢
H . i R
- = g B
8 % s
— 2 T
z ) —_ A S
N 2 o5 AT bl
T T ' ¢
sers H * pq o IR
PR R e

Eio ) o e am

Yy wrasps
S, Moo e
-...\,k.u.ﬂ,u.b.«.,mr: 1

A

_,./
ESd

pLr s P FYL e n-

o e

44 AT LA
-.F_ L

zﬁw pr iy A1

\.ﬁ

) T, al/@ Vi, -ﬂ/l_

TR L RN
N Py AP

a

Lo el
T RITSON
ik

SLd TN
1 NOILI3S ‘NIAVH N33y

T

ISHEVITD
3 Wl
FIey

4 S0V
als
AFS

L

feub0y
TIvelen
Ere]

NOSWIHOS
/N

‘¥ 83

I
4
!
|
!

=
2 S ovwn yrpp—. A R i e S
AR o e ——
T d " e :
: £ v / s - ke P = e 7
f 7/ ST T SHNI / PR odetio, ——— e AR ] fo— o

fretl

W {,05) 3MdNENL ITHAYILNTD
R DSV 1) J .

2]
{1

1306



June 3, 2004
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

Geotechnical Engineering, Materials Testing & Environinental Services

Compaction Testing - 5/18/04
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the-fly ash for the above referenced project. All tests were performed according to the

procedures outlined by ASTM D 2922.

TESTNO. S 1 2 .3 4 5
PROBEDEPTH(IN) -~ 12 12 12
MEASURED MOISTURE (%) 31.7 30.2 30.4
OPTIMUM MOISTURE (%)* 386 386 386
MEASURED DRY DENSITY (PCF) 6.2 65.9 65.8
MAXIMUNM DRY DENSITY tbQF)* 65.2 65.2 65.2
MEASURED COMPACTION (%) 100+ 100+ .| 100+
| MIN. REQUIRED QQMF{A&I?@H_C%) 95.0 95.0 95.0

TEST LOCATIONS
1. Grid P-15.5, Final Lift

2. Grid O-14, Final Lift
3. Grid M.5-16, Final Lift
4.
5.

6.

*ASTM D 698

Ny
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
May 19, 2004

CPM
P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Subject: Site Inspection - 4/23/04
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

Dear Mr. Baker:
On this date, our senior technician, Wayne Alexander, was provided at the above
mentioned project site to perform compaction testing. After our technician’s arrival at the

project site, he found that the superintendent was not on site to indicate what areas were
to be tested.

Should you have any questions concerning this report, please contact this office at your
convenience.

Very truly yours,

McCALLUM TESTING LABORATORIES, INC.

SHIPPED JUN 03 2004

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 +PO BOX 13337 CHESAPEAKE VA 23325-0337

V¥ s deemms s = —
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May 19, 2004
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker;

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Comp

action Testing - 4/22/04

Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to

the procedures outlined by ASTM D 2922.

TEST NO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 8 8 8

MEASURED MOISTURE (%) 34.1 35,9 339

OPTIMUM MOISTURE (%)* 386 38.6 386

MEASURED DRY DENSITY (PCF) 861 67.0 65.1

MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 65.2

MEASURED COMPACTION (%) 100+ 100+ 99.9

MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0

TEST LOCATIONS
1. See Attached Plan, Final Lift

2. See Attached Plan, Final Lift
3. See Aﬂached Plan, Final Lift
4,
5.

6.

*ASTM D 698

Cmebﬁnglneer \;\'5
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McCALLUM

TESTING LABORATORIES, INC.

May 12, 2004 Geotechnical Engineering, Materiqls Testing & Environmental Services
CPM Compaction Testing - 4/15/04

P.O. Box 2814 Etheridge Greens

Easley, SC 29641 ' Chesapeake, Virginia

MTL Project_ 023086
Attention; Mark L. Baker

Dear Mr. Baker:

of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922 -

TEST No. R 2 3 4 5 6
PROBE DEPTH (IN.) o 8 8 8

MEASURED MOISTURE (%) | @8 | s 34.9

OPTIMUM MOISTURE (%) ] ses 38.6 38.6

MEASURED DRY DENSITY (PCF) | 653 66.7 67.1

MAXIMUM DRY DENSITY (PCE)* o 65.2 65.2 652

MEASURED COMPACTION (%) — 100+ 100+ 100+

MIN. REQUIRED COMPACTION (%) - 95.0 95.0 95.0

TEST LOCATIONS

1. See Attached Plan, 14.5L, Finat Lift
2. See Attached Plan, 15.4.5, Final Lift

3. See Aftached Plan, 15-, Fina! Lift

4.
5.
-B.
*ASTM D 698
MGCALL ST RATORIES INC
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April 22, 2004
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 4/2/04
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, David Cropp, was on site to perform compaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922.

1 2 3 4 5 ]

TEST NO.
PROBE DEPTH (IN.) 12 12 12
MEASURED MOISTURE (%) 359 4186 30.2
OPTIMUM MOISTURE (%) 386 386 38.6
MEASURED DRY DENSITY (PCF) 66.1 " B5.9 67.7
MAXIMUM DRY DENSITY (PCF)* 65.2 65.2- 5.2
MEASURED COMPACTION (%) 100+ 100+ 100+
MIN. REQUIRED COMPACTION (%) 85.0 85.0 85.0
TEST LOCATIONS '
1. 1.5/16.5
2. 15/135
3. J5/14.0
4,
5.
6.
“ASTM D
(? P
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April 16, 2004
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 3/24/04

Etheridge Greens
Chesapeake, Virginia:
MTL Project 023086

On this date, our technician, Dalton Hodges, was on site to perform cbmpaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the

procedures outlined by ASTM D 2922,

1 TESTNO. 1 2 3 4 5 6

PROBE DEPTH (IN.) 12 12

MEASURED MOISTURE (%) 366 34.7
OPTIMUM MOISTURE (%)* 38.4 38.4
MEASURED DRY DENSITY (PCF) 89.9 83.7
MAXIMUM DRY DENSITY (PCF)* 65.8 65.8
MEASURED COMPACTION (%) 100+ 100+
MIN. REQUIRED COMPACTION (%) 95.0 95.0

TEST LOCATIONS

1. See Attached Drawing
2. See Attached Drawing
3,

4.

5.
8.
*ASTM D 898
@‘"3
TRAR HHAVIVAPRPN AVENTIR rHEFCADLTATE /4 7122790 A DA DAV I233% AIXDCANCDADPD L 29348 N2537 't,&"




3893 uoctjoeduo) .

woo  |ewaa|qwaal Toe _ E)
f o) et il I i

y A N =S

l WO3IM . 3y e04 @ TDHYE

* NYTd TOUINOD . =
NOISONE ANY INTWITTS

TSI TTATRS prfen———— E e ey
Tvaa3 s
SNAXHD FOATHT HLA
. ..m.!l.._ ] e _.!. T
200w | T M3 S0 01r0mud ¥0a | Y
T L woox "y | “rmensvai ales a0y - im0 gdavaot dmake | NP
Y-y
 dma b ) .
S s s =™

ITYDS DHAYHD

< TYY Lw 7 02404004 Bt 0) DZ132w0
';gﬁ:gnnu..ﬂhdi

I-u..uvaJ!i
e JLL #YL0R9 A

nYa NI VIAvy
WA FITAN RUFROMATL |A| s
Blioaz

ForeTIN T O L ama )
s Honio

1#¥s 1 edionie Lo
="
@

N LR

LR 1 S T

f 000 A¥R 3krd §

NYTd Q3ACHdLdY

1]

3 EDm

23370 3 202
=

(O] UVOH 3HOWVLLIHA

Ry

E LIIHS IIS - n.;:ﬂ .m—U.Hd.E

......

54 °d *95EH
| NOILD3S "NIAVH N33y

—_—

o} e FdrL) Mddad Ll Nav b

n}nr: wuaay »j- £ Mjiny
N R

M IR
AL LLL RTINS

uv'\-{-
- e

o)
3 VI
L]

R

1HONX
s SN

W00
3w
/M

HOSNIHALS
¥ S3rvf
N

1]

8
a2
=
REEY S AT TR 3 ..:. v t w
TN e A 4 itk .wmn
T _ Wm.u
- 2 L oxn
SLEANNIIN 8SY AF 3&%&\&& ’ =
N, q/@ a/ =, w_\é N \.ﬁ m,
e e P —— = . Pl N&s 7y

FNTH ..k“nn -.~ }4 =
E: (,0S) AINUNL 3TUAYILNID I,
m. T Wi L
Wl SalmG v KA

1317



- McCALLUM

TESTING LABORATORIES, INC.

il2,2
April 2, 2004 Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 3/9/04
P.O. Box 2814 Etheridge Greens '
Easley, SC 29641 ' Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Dalton Hodges, was on site to perform compaction testing of
the fly ash fill for golf course fairways at the above referenced project. All tests were
performed according to the procedures outlined by ASTM D 2922. :

TESTNO, - ’ 1 2 3 T4 5 6
PROBE DEPTH (IN.) 10 10

MEASURED MOISTURE (%) 366 371

OPTIMUM MOISTURE (%)* 385 385

MEASURED DRY DENSITY (PCF) 93.4 89.9

MAXIMUM DRY DENSITY (PCF)* 85.2 65.2

MEASURED COMPACTION (%) 100+ 100+

MIN. REQUIRED COMPACTION (%) 5.0 95.0

TEST LOCATIONS '

1. Fly Ash for Fairway Backfill
2. Fly Ash for Fairway Backfill
3,
4.
5.

6.

*ASTM D 698

<~' C1

e
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McCALLUM

TESTING LABORATORIES, INC.

rc
March 30, 2004 Geotechnical Engineering, Materials Testing & Environmental Services

CPM Compaction Testing - 3/3/04
P.O.Box 2814 Etheridge Greens
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922. :

TESTNO.._ L 1 2 3 4 5 6
PROBE DEPTH (IN.) 12 12 12

MEASURED MOISTURE (%) 2622 27.9 28.0

OPTIMUM MOISTURE (%" | ss | ass 386

MEASURED DRY DENSITY (PCF) 69.5 683 | o4

MAXIMUM DRY DENSITY (PCF)* 852 65.2 65.2

MEASURED COMPACTION (%)} , 100+ 100+ 100+

MIN. REQUIRED COMPACTION (%) 95.0 950 | 950

TEST LOGATIONS '

1. Grid M.5-15, Final Lift
2. Giid K-16, Final Lift
3. Grid J-23, Final Lit
4,

5.

6.

*ASTM D 698 ‘ /-'

McCALLUM FESTINGL AEORATORIES, INC.

1808 HAYWARD AVENIIE. CHESAPFAKFE VA 23390 4 PN RAY 13227 FULGCADDATE 174 712296 N33
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Mar;:h 26,2004

CPM
P.O. Box 2814

Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC,

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 2/26/04

Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to

the procedures outlined by ASTM D 2922.

TESTNO.” 1 2 3 4 5
PROBEDEPTH(IN) . 8 8 8
MEASURED MOISTURE (%) 328 325, 338
QPTHMUM MOISTURE {%)* 38.6 38.6 386
MEASURED DRY DENSITY {(PCF) 66.8 68.0 65.6
MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 65.2
MEASURED COMPACTION (%) 100+ 100+ 100.0
MIN. REQUIRED COMPACTION (%) 95.0 95.0 85.0
TEST LOCATIONS
1. M-16, #12, First Lift
2. 120, Haul Road, First Lift
3. 1-22, Haul Road, First Lift
4
5.
6.
*ASTM D 698
McCALLUM TESTINGIREBORATORIES, INC.
- Ml '8 :
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March 11,.2004°
CPM

P.0O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 2/11/04
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, Daiton Hodges, was on site to perform compaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2822.

TEST NO. - 1 2 i 4 5 6
PROBE DEPTH {IN.) 10 10 10

MEASURED MOISTURE (%) 34.0 35.3 36.9

OPTIMUM MOISTURE (%)* 386 386 386

MEASURED DRY DENSITY (PCF) 87.6 796 80.4

MAXIMUM DRY DENSITY {PCFj* 65.2 65.2 65.2

MEASURED COMPACTION (%) , 100+ 100+ 100+

MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0

TEST LOCATIONS
1. Fly Ash Fil on Fairway

2. Fly Ash Fill on Fairway
3. Fly Ash Fill on Fairway
4,
5.

6.

*ASTM D 698

TONO FIAVAIIA B ATHOAITITY ATIROLAIMMA YT TP AT29AA 4 N NAYY 19°7 . ATYrO i mrma P77 TT ARaas ASSer ‘&
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February 12, 2004
CPM

P.0. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 1/21/04
Etheridge Greens

Chesapeake, Virginia

MTL Project 023086

On this date, our technician, David Cropp, was on site to perform compaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the

procedures outlined by ASTM D 2922.

TESTNO, . N 7 5
PROBE DEPTH (IN) 12 12 12 12 12
MEASURED MOISTURE (%) 30.5 35.8 342 329 356
OPTIMUM MOISTURE (%)* 3856 386 386 3856 386
MEASURED DRY DENSITY (PCF) 68.2 66.6 64.9 65.0 66.0
MAXIMUM DRY DENSITY (PCF)* 85.2 65.2 652 65.2 65.2
MEASURED COMPACTION (%) 100+ 100+ 99.5 99.8 100+
MIN. REQUIRED COMPACTION (%) 95.0 85.0 95.0 95.0 95.0
TEST LOCATIONS ‘
1. Final Lift at Grid Line T/18
2. Final Lift at Grid Line R/21
3. Final Lift at Grid Line F/20
4. Final Lift at Grid Line T/16
5. Final Lift at Grid Line 1711
6.
*ASTM D 698
A i e, -
NEALIH O %
N 2
McCALLUM ¥ NG TABQREZTORIES, INC.

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 Q,% ‘2‘
PHONE (757) 420-2520 4 FAX (757) 424-2874 % :
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February 4, 2004

CPM
P.O. Box 2814
Easley, SC 29641

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Attention: Mark L. Baker

Dear Mr. Baker:

Compaction Testing - 1/7/04

Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

On this date, our technician, Wayne Alexander, was on site to perform compaction testing

of the fly. ash backfill for the above referenced
to the procedures outlined by ASTM D 2922,

project. All tests were performed according

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 ..

TAYTAALIT Jm7ommy 40 ADAN A W SEm 4 d AT g

TESTNO. 1 2 3 4 5 6
PROBE DEPTH (IN.) 6 ] 6
MEASURED MOISTURE (%) 411 433 38.1
| OPTIMUM MOISTURE (%)* 385 386 386
MEASURED DRY DENSITY (PCF) 67.1 62.8 65.3
MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 65.2
MEASURED COMPACTION {%) 100+ 96.3 100+
MIN. REQUIRED COMPACTION (%) 950 95.0 95.0.
TEST LOCATIONS
1. Roadway
2. Roadway
3. Roadway
4,
‘5.
6.
*ASTM D 698
McCALLUM TEST RATORIES, INC
W e pLUTH
RN
A
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McCALLUM

' ‘ Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 12/30/03
P.O. Box 2814 Etheridge Greens '
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention:” Mark L. Baker .

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash backfill for the above referenced project. All tests were performed according
to the procedures outlined by ASTM D 2922. B : :

TEST NO. ' ‘ A 2 3 . 4 5 6 -
PROBE DEPTH (IN) I & 6 6

MEASURED MOISTURE (%) 34.4 . 351 413

OPTIMUM MOISTURE (%) 386 38.6 38,6

MEASURED DRY DENSITY (PCF) 621 | 667 64.6

MAXIMUM DRY DENSITY (PCF)* 65.2 852_ _| _@52 .
MEASURED COMPACTION (%} 1 95b 100+ © 994

MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0

TEST LOCATIONS

1. D-11, 1% Lift

2. F12, 1%Lift

3. G513, 1"Litt

4.

5.

6.

*ASTM D 698

SHIPPED 'AN 2.8 2004

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 1 3337, CHESAPEAKE, VA 23325-0337
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McCALLUM

TESTING LABORATORIES, INC.

Janusary 14, 2004 Geotechnical Engineering, Materials Testing & Environmental Services

CPM
P.O. Box 2814
Easley, SC 29641

Compaction Testing - 12/4/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Scott Edwards, was on site to perform compaction testing of
the green area backfill for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2922.

TEST Mo, 1 2 03 .4 5 6
PROBEDEPTH (IN;) ' 6 6 6 '

MEASURED MOISTURE (%) 394 342 37.4

.OPTIMUM MOISTURE (%)* 38,6 386 38.6

MEASURED DRY DENSITY (PCF) 66.5 67.1 67.3

MAXIMUM DRY DENSITY (PCF)* 852 5.2 65.2

lMEASURE_D COMPACTION (%) 100+ 100+ 100+

MIN. REQUIRED COMPAGTION (%) 95.0 5.0 85.0

TEST LOCATIONS

1. Tee Box#12, Grid 5.18
2. Westof Tee Box, Grid Q.5 & 16.5

3. Bunker Area West of Tee Box#12, Grid R5 & 15.5

4,
5.
6.
McCALLUM TESTING TORIES, INC
2
R exept Ehilip
i3 ‘?/;1 Dipé
(5.2 yRitec
i3 7
.l:acjﬂ?{!- ‘\1889’43 :
t OhieFEngieer =
7%&4 No-DOTOB0 &
Stavoaed 220 <7 &
flo (Tt i/ QeTEn 5y ,ﬁ\@f SHIPPED jAN 2.6 2001

1808 HAYWAKU AVEN Uty wassecnne ... %, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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McCALLUM

TESTING LABORATORIES, INC,

December 17, 2003 Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 11/13/03

P.O. Box 2814 Etheridge Greens

Easley, SC 29641 ' Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

TESTNO. 1 R 4 5 6
PROBE DEPTH (IN.) 12 12

MEASURED MOISTURE (%) 29.1 42

OPTIMUM MOISTURE (%} 386 386

MEASURED DRY DENSITY (PGF) 65.2 61.5

MAXIMUM DRY DENSITY (PCF)* 65.2 65.2

MEASURED COMPACTION (%) 100.0 94.3

MIN. REQUIRED COMPACTION (%) 95.0 95.0

I TEST LOCATIONS
1. See Attached Plan, Final Lift

2. See Attached Plan, Final Lift

3.

4.
5.
6.
*ASTM D 608
FATORIES, INC.
P.E.
1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337. CHESAPEAKE. VA 23325-0337 a6
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McCALLUM

TESTING LABORATORIES, INC.

.November 14,2003 Geotechnical Engineering, Materials Testing & Environmental Services

CPM ' ‘Compaction Testing - 10/31/03
P.O. Box 2814 Etheridge Greens '
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker '

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perforrn compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures-outlined by ASTM D 2922,

TEST NO. 1 2 3 4 5 6
PROBE DEPTH {IN.) ' 8 8 ‘ 8 8 8 8
MEASURED MOISTURE (%) . 37.2 386 37.4 421 ] 3885 | 335
OPTIMUM MOISTURE (%)* 386 38.6 386 386 386 | 388
MEASURED DRY DENSITY {PCF) " 683 65.7 66.7 66.4 65.9 68.5
MAXIMUM DRY DENSITY (PCF)* 65.2 652 | 652 65.2 65.2 £5.2
MEASURED COMPACTION (%) 100+ 100+ 100+ 100+ 100+ 100+
MIN. REQUIRED COMPACTION {%) 95.0 95.0 95.0 95.0 95.0 95.0
TEST LOCATIONS

1. J-14

2. J5-14

3. L-13

4, L5-13

5. T-17

6, T-16

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 N
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McCALLUM

TESTING LABORATORIES, INC.

November 5, 2003
CPM -

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

.On this date, our technician, Wayne Alexander,
of the fly—ash fill for the above referenced
the procedures outlined by ASTM D 2922.

Geotechnical Engineering, Materials Testing & Envzronmental Services

Compaction Testing - 10/13/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

was on site to perform compaction testing
project. All tests were performed accord; ing to

1

| TESTNO. 2 4 5 6

PROBE DEPTH (IN.) 8 8

MEASURED MOISTURE (%) 325 - 338

OPTIMUM MOISTURE (%)* 3856 38.6

MEASURED DRY DENSITY (PCF) - 641 63.9

MAXIMUM DRY DENSITY (PCF)* 65.2 652

MEASURED COMPACTION (%) 98.3 9.0

MiN. REQUIRED COMPACTION (%) 95.0 95.0

TEST LOCATIONS
1. See Attached Plan, Final Lift

2. See Attached Plan, Final Lift
3.
4.
5.

6.

*ASTM D 698

TRAR HAVW/ADN AUDATIYE Arrroinrar

re T

MCCALLUM TESTENG ..e:r-

/,,

ATORIES, INC.
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October 16, 2003

CPM
P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

‘Compaction Testing - 9/30/03

Etheridge Greens
Chesapeake, Virginia -
MTL. Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction {esting
of the fly ash fill for the above referenced project. All tests were performed according to

the procedures outlined by ASTM D 2922,

TESTNO. I 1 2 3 4 5 6
PROBE DEPTH (m ) _ 12 12

'MEASURED MOISTURE {%) | 27.1 257 |

OPTIMUM MOISTURE (%)* ¢ 38.6 3856

MEASURED DRY DENSITY (PCF) 70.9 65.7

MAXIMUM DRY DENSITY (PCF)* 65.2 65.2

'MEASURED COMPACTIOlN (%) 100+ 100+

M. REQUIRED COMPACTION (%) 95.0 95.0

TEST LOCATIONS
1. Grid K-11, Final Lift

2. Grid J-12, Final Lift
3.
4.
5,

6.

“ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 Y \1»
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McCALLUM

TESTING LABORATORIES, INC.

October 2, 2003 | Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 8/28/03

P.C. Box 2814 Etheridge Greens

Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. The test was performed according to
the procedures outlined by ASTM D 2922,

TESTNO. ' ! 2 3 .4 5 o
PROBE'DEPTH {IN) ‘ 12
"MEASURED MOISTURE (%) 206

OPTIMUM MOISTURE (%)* _ 386

MEASURED DRY DENSITY (PCF) 63,7

MAXIMUM DRY DENSITY (PCF)* ] es2

MEASURED COMPACTION (%) 917

MIN. REQUIRED COMPACTION (%) 95.0

TEST LGCATIONS

1. Grid G-17, Final Lift

2.
3.
4.
5,
8.
*ASTM D 698 ' L~
McCALLUM :LE\ST i TORIES, INC.
-‘{
e
g
J
1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 1333 7, CHESAPEAKE, VA 23325-0337 Ry o

PHONE (757) 420-2520 4 FAX (757) 424-2874 L
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September 11, 2003
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 8/14/03

Etheridge Greens

Chesapeake, Virginia
MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2622,

TEST NO.

1

PROBE DEPTH (IN.}

12

12

MEASURED MOISTURE (%)
OPTIMUM MOISTURE (%)*

19.8
386

21.2
38.6

MAXIMUM DRY DENSITY (PCF)*

MEASURED DRY DENSITY (PCF}

67.9
65.2

66.2
65.2

MEASURED COMPACTION (%}
‘MIN. REQUIRED COMPACTION (%)

100+
$5.0

100+
95.0

TEST LOCATIONS
1. Giid T-14.5, Final Lift

2. Grid V-15.5, Final Lift
3.
4.
5.

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKF, VA 23320 4+ P.O. BOX 13337, CHESAPEAKE, VA 23325-0337

PHAOAE 757V A2 1890 A DAV (78T A4 20774

McCALLUMTFEST

[y
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September 3, 2003
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC,

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 8/5/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922,

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520) 4-FAY (757} 4940874

28

SSI

TEST NO. 1 2 3
| PROBE DEPTH (IN.) 12 12 12
MEASURED MOISTURE (%} 18.3 15.0 229
OPTIMUM MOISTURE (%)* 336 38.6 388
MEASURED DRY DENSITY (PCF) 70.5 64.5 7.8
MAXIMUM DRY DENSITY (PCF)* 652 65,2 65,2
MEASURED COMPACTION (%) 100+ 100+ 100+
MIN. REQUIRED COMPAGTION (%) 95.0 95.0 95.0
TEST LOCATIONS
1. Grid W-14, Final Lift
2. Grid J.5-12.5, Final Lift
3. Grid T-15, Final Lift
4,
5.
6.
*ASTM D 698
RS ‘
McCALLURRFES IHETEORATORIES, INC.

ngineer . &
ONAL &5,

N
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McCALLUM

TESTING LABORATORIES, INC.

August 27, 2003 Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 7/23/03

P.O. Box 2814 Etheridge Greens

Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker-

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly-ash fill for the above referenced project. All tests were performed according fo
the procedures outlined by ASTM D 2022.

TEST NO. R 1 2 3 4 5 6
PROBE DEPTH (IN.) ' 12 12 12

MEASURED MOISTURE (%) ‘ 391 38.8 38.1

OPTIMUM MOISTURE (%)* 3856 38.6 386

MEASURED DRY DENSITY (PCF) 62.6 636 66.1

MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 65.2

MEASURED COMPACTION (%) 96.0 975 | 1foos

MIN. REQUIRED COMPACTION (%) ‘ 85.0 95,0 95.0.

TEST LOCATIONS

1. 1-12, Final Litt

2. 1.5-11, Final Lift
3. J-13.5, Final Lift
4,
5.

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 ¥
PHONE (757) 420-2520 4 FAX (757) 424-2874 &3
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) ‘[FF}'DM ¢ CPMMARKEBRKER

PHONE NO. : £648599#50

McCALLUM

TESTING LABORATORIES, INC.

Sep. ©3 2803 B5:57AM P1

August 20, 2003 Geotechnical Engineering, Materials Testing & Environmentel Services

CPM
P.O. Box 2814
Easley, SC 20641

Aftention: Maik L. Baker

Dear Mr. Baker:

Compaction Testing - 7/10/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, John Bradshaw, was on site fo perform compaction testing
of the fly ash fill for the above referenced project. Al tests were performed according to

the procedures outlined by ASTM D 2522.

1, Crid Q-13, Final Lift
2. Grid P-12, Final Lift
3
4.
5

8.

PIESENG: . .. Ll G : 1 2 3 4 3 8
-“g’n’a‘s‘aﬂ ERTHING . = 1T T 12 12

| MEASURED MOISTURE {%) =~ 228 220 ,
OPTIMUMMOISTURE @A) P s 388

| MEASURED'DRYDENSIFY-PEF) .~ ] 638 628
MU DRYDENSIT(RCR) 65.2 652
‘MEA! COMPACTION (%) * 97.8 063

- FMin: REGUIRED COMPACTION ey 850 | 950

| TESTLOCATIONS

*ASTH D 8g8

Ju o003

AVEHSE 003

4KFE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 233250337
‘T57) 4202520 $ FAX (257 £424-2874
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McCALLUM

TESTING LABORATORIES, INC.

July 22, 2003 Geotechnical Engineering, Materials Testing & Environmental Services
GPM Compaction Testing - 6/26/03

P.O. Box 2814 Etheridge Greens

Easley, $C 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr Baker:

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All fests were performed according to
the procedures outlined by ASTM D 2022,

TEST NO. 1 i 3 4 5 §
PROBE DEPTH (IN.) ‘ 8 -8 8

MEASURED MOISTURE (%) 40.7 32.1 328

OPTIMUM MGISTURE (%)* 38.6 285 386

MEASURED.DRY DENSITY (PCF) 625 64,4 65.4
_MAXIMUM DRY DENSTIY.(PCF)” 65.2 65.2 65.2

| MEASURED COMPAGTION [) i 58 888 100+
MiN. REQUIREDR COMPACTION (%) $5.0 950 5.0 |
TEST LOGATIONS

1. Grid 11, Final Lift
2. Grig Q-12, Final LM
3. Gri P-11.8, Final Lift
4.

B3

6.

"ASTM D 698

?\@A- 0{\%( 03
MC Bater
Ce: Bdolog B (Yax iz @Bis2m)
Fed W,

Taw Tile

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BUX 13337, CHESAPEAKE, VA 233250337
PHONE (757) 420-2520 4 FAX (757} 424-2874
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- McCALLUM

TESTING LABORATORIES, INC,

July 11, 2003 Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 6/10/03

P.O. Box 2814 : Etheridge Greens

Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, John Bragshaw, was on site to perform compa;::tion testing
of the fiy ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922

TESTNO. ' 1 2z F % 4 5 8

PROBE DEPTH (IN.) ' 12 12 12 12

MEASURED MOISTURE (%) a0 457 434 434

OPTINUM MOISTI/RE (%)* 386 385 86 | 288

MEASURED DRY BEMSITY (PCF) 59.2 59.2 623 62.4

MAXIMUM DRY DENSITY (PCFy 65.2 652 65.2 B5.2
iMEABUREDCOMPAGHONﬁQ 80.8 $0.9 971 05,7
MIN. REGUIRED COMPACTION (%)~ | 5.0 55.0 250 a8

TEST LOCATIONS '

1. Grid U§-i2.5

2. G T-10.56

3. Grid Q-10

4. Grid P-12

5.

8.

*ASTM ) 698

E@EE'\WE
27 2003

BY:_ML.,'.% § - dnioch :

%Jhtef Englneer
C.Ce ?99\:9‘««:0\ . CW:QK “il'z‘&‘:»\
B Wed
T 5?‘\‘-@

1808 IIAYWARL} AVENUE, CIIESAPEARE, VA 23320 + BQ. BOX 13337, CHESAPEAKE, VA 23325.0337
PHONE (737) 420-2520 + FAX (757) 424-2874

cd WHETiBB £982 B2 ‘1n0 BOEGESEPOE ¢ 'ON 3NOHd U AREIAD ¢ WO
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McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
June 10, 2003

Independence Construction Co. of VA
301 Cleveland Place

Suite 103

Virginia Beach, VA 23482

Attention:  Jim {ngham

Subject: Fleld Test Results
Asbury Wesleyan Church
606 Harpersville Road

Newport News, Virginia
MTL Project 023566

Dear Mr. Ingham:

McCallum Testing. Labdratories, Inc. is pleased to present this report of field: lesting
performed for the above referenced project. included in this report are:

1 A Hand Auger Boring Location Plan;
2) A Hand Auger Boring Record; and
3 The Results of a Groundwater Level Measurement.

Should yau have any questions concerning this report, please contact this office at your
earliest convenience.

Very truly yours,
McCALLUM TESTING LABORATORIES, INC.

Philip S. Berman
Director of Operations

Douglas S. Kinloch, P.E.
Chief Enginger

1308 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424.2874

£y 3o%d 497 ONILSTL WOTI000 PLBLETPLCGL BrPT EEGZ/ET/92

1358



T8 =Zovd

June 10, 2003

CPM

P.O. Box 2814

Easley, SC 29841
Attention: Mark L. Baker

Dear Mr. Baker

On this date, our technician, John Bradshaw, was in site fo |
of the fly ash fill for the above referenced project.

McCA

TESTING LARB

Geotechnical Engineering, Materials

Compagctio
Etheridge ¢
Uhesapea
MTL Projeq

: il tests wi

1 Testing - 5/29/03
Srekns

e, Virginia

t (23086

>er€orm compaction testing
ere performed according to

the procedures outlined by ASTM D 2922.
TEST NO. 1 2 il o8 ry 3 3
PROBE DEPTH (IN) 12 12 R 2 12
MEAQURED MOISTURE %) 23.4 252 24.5 261 253
OPTIMUM MOISTURE (%) LY 886 386 LY 3856
MEASURED DRY DENSITY (PCF) 66.7 480 3§ 68.4 57.1 85.3
MAXIMUM DRY DENSITY (PGF}* 8.2 | 82 | 643 883 852
MEASURED COMPACTION (%) 100+ 100+ 100+ | 100+ 100+
MiN. REQUIRED COMPACTION (%) 85.0 85.0 958 | 854 95.0
TESY LOCATIONS

1. Grid Locations 8-8, Final Lit
<. Grid Locations V-8, Final Lin
3. Grid Locations Y+10, Firal Lift
4. Grid Locations V-12, Final Litt
3. Grid Locations T-12, Finat Lift

6.

*ASTM D 688

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO, BOXY 13337, CHESAPEAKE, VA 23325.0337
PHONE (757) 420-2520 % FAX (757) 424-2874

g9 BNILSAT WOTeW

RIQFhaThIC) Eh*hT

A UM
ORATORIES, INC.

}'estifng & Environmenial Services

conzinT Aan
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McCALLUM

TESTING LABORATORIES, INC.

May 13.-2003 Geotechnical Engineering, Matzrials Testing & Environmental Services
CPM ’ Compaction Testing - 4/28/03

P.O. Box 2814 Etheridge Greens

Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mad L, Baker

Dear Mr. Baker:

On thie date, our techrician, John Bradshaw, was on site to perform compaction testing
of the ily ash fill for the above referenced project. All tests wers performed according to
the procedures outlined by ASTM D 2022,

TEBT NO. i 1 2 3 4 5 ]
PROBE DEPTH {IN.) . 12 12 '
MEASURED MOISTURE (%) 40 | asz

OPTIMUM MOISTURE (30 285 386

MEASUHED DRY DENSITY {(PCF) . (623 62.9

MAXIMUM DRY DENSITY (PCFY 5.2 65.2

MEASURED COMPACTION {%) 95.6 96.5

MIN. REQUIRED COMPACTION (%} } 950 85.0

TEST LOCATIONS

1, Gfid Q-2, Final Lift
2. Grid T-9, Final Lif{
3.
a
5,

6.

‘ASTM D3O8

1808 FIAYWARD AVENUE, CHESAPEAKE, VA 23320 ¢ PO. BOX 1333 7, CHESAPEAKFE, VA 23323.0337
PHONE (757) 420.2520  FAX (757) 4242874

SR 3vd 997 SNIIS3L WTTIOCH PLECPTPLRL PPiET £202/81/90
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McCALLUM

May7 2003 TESTING LABORATORIES, INC.
Geotechnical Engineering, Marerials Testing & Fnvironmental Services

CPM : Compaction Testing - 4/21/03

P.0. Box 2814 Etheridge Greens

Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker: ' i

On this date, our technician, John Bradshaw, was on site 1o perform compaction testing
of the fly ash fill for the abave referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922,

TEST NO. 1 2 3 4 5 5
PROBE DEPTH {IN.) 2 12 '

'WMEASURED MOISTURE (%) 408 374

OPTIMUM MOISTURE (%)* 365 386

MEASURED DRY DENSITY (PCF} EEEREEES

MAXIMLIM DRY DENSITY (PCFy 652 " 5.2

MEASURED COMPACTION (%) 100+ 100+

WIN. REQUIRED COMPACTION (%) 05.3 950

TEST LOCATIONS

1. Gid 3-8, Finat Lift
2. Grid V4, Final Lift
3.
4.
&,
6.

*ASTM D

McCALLUM TESTING TABSRATORIES, INC.
."‘

{4
3
/4

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424-2874
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McCALLUM

May 2,200 - TESTING LABORATORIES, INC.
' Geotechnical Engineering, Materials Testing & Environmental Services

CPM . Compaction Testing - 4/15/03

P.O. Box 2814 Etheridge Greens

Easlay, SC 29641 Chesapeake, Virginla

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker; -

On this date, our techniclan, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2622,

TEST NQ. 1 2 3 4] 5 6
PROBE DEPTH {IN.) 12 12 12 12

MEASURED MOISTURE (%} 409 34.2 400 319

OPTIMUM MOISTURE (%) L a6 386 388
MEASURED DRY DENSITY (PCF) 706 BCEN 716 715

MAXIMUM DRY DERMTY (PCF) 65.2 85.2 652 85.2

MEASLRED COMBACTION (%) 100+ 100+ 100+ 100+

M. REQUIRED COMPAGTICN (%) a5.0 88.0 93.0 95.0

TEST LOCATIONS
1. Grid Location T6.5, Final Lift

2. Grid Location U7.0, Final Lift
3. Grid Location Q7.0. Final Lift
4. Grid Location RB,T, Finat Lift

5

ORAFGRIES, INC.
Y 4

XE, VA 23320 % RO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 % FAX (757) 424-2874

Fvd 77 BNILISEL BOTIW00NW bBIAZH70/ G/ FPPIFT  FORZJ/GRT /00

1365



u

o13e00T 3803

uorjoeducy 0

Pl e

ot ki) g -,
p A G m—
b 1] araers e
RYId I0HEINOD . = .
NGISONE ONY INYWIOES s 5

=Ty ) o vy

SNIIHED IDATHIHLT
o r—n-ll« nil_.!.. _ll..lml.“u..nﬂ
“....hu! o | el M1 £ § Ehoues ey |

L mer ] et Al i R <o el T comate | g

VL Aroy dEeE

¥

Vst
(L LT
o S ™ e ™

—

ATYTE JREOAL

i

| S —
ko Lo ld LEIL P L

o i T

WHE LA O TR e
e p -

{.
{
i
i

 MiL e

100) AVOY Judwp ] LM

R ARy SR ﬁ

o

q N
ancretnate i

h
I
L

-

4% hrat s
! Pl e T
: ety

iy
:
i

EE LTSI (8 )
e

Jase

yd

Imle 1 Parrait

ey

gt

Lo ;

H g Nl :
PATTLL AR AR S Y Ty N [
[ '

\

L¥XHS 348 - HNIT

HOLYM
- %y

+

B e et g K

———=r-

NN

\
N

oo — tugsiafaom sctrm 4

i !
[ _
3 |
- vy Ay 3
3 B !
. vy
1
3 14
!

S sl Shkelva F et ¥
Ve 4 " T
J weg ok

e T S VU, e
=

[ O5) IIdNBNE Y NAUILNID

Wt
e e
e

b T ~nnTinT dee

FMIOTRTERIC

YT BNT 1S3 KOs

@ FONd

1366



July 11, 2003

CPM
P.O. Box 2814
Easley, SC 29641

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Attention: Mark L. Baker

Dear Mr. Baker:

Compaction Testing - 6/10/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to

the procedures outlined by ASTM D 2922,

TEST NO. 1 2 3 4
PROBE DEPTH (IN.) 12 12 12 12 .
MEASURED MOISTURE (%) 490 457 43.1 434
OPTIMUM MOISTURE {%)* 386 386 38.6 386
MEASURED DRY DENSITY (PCF) 59.2 59.2 63.3 62.4
MAXIMUM DRY DENSITY (PCF)* 65.2 65.2 65.2 652
MEASURED COMPACTION (%) 90.8 90.9 97.1 957
MIN. REQUIRED COMPACTION (%) 95.0 95.0 95.0 95.0
TEST LOCATIONS

1. Grid U.5-125

2. Grid T-10.5

3. Grid Q-10

4, Grid P-12

5.

B.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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July 22, 2003
CPM

P.O. Box 2814
Easley, SC 29641

Attenti'on: Mark L. Baker

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 6/25/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

Gl Engineer S,

TEST NO, 1 2 3 4 5 6
PROBE DEPTH {IN.) 8 8 8
MEASURED MOISTURE (%) 40.7 321 32.6
OPTIMUM MOISTURE (%) 38.6 38.6 38.6
MEASURED DRY DENSITY {PCF) 62.5 64.4 65.4
MAXIMUM DRY DENSITY {PCF} 65.2 65.2 65.2
MEASURED COMPACTION (%) 95.8 98.8 100+
MiN. REQUIRED COMPACTION (%) 95.0 95.0 95.0
TEST LOCATIONS
1. Grid I-11, Final Lift
2. Grid O-12, Final Lift
" 3. Grid P-11.5, Final Lift
4.
5.
8.
"ASTM D 698
McCALLUMS BRATORIES, INC

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874
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McCALLU

Aprl 17, 2003 TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services
CPM Compaction Testing - 3/24/03
P.O. Box 2814 Etheridge Greens
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Alan Spik, was on site to perform compaction testing of the
fly ash fill for the above referenced project. All tests were performed according to the
- procedures outlined by ASTM D 2922.

1 4 5 5
12
16.3 T21.2 20,0
386 386 368.6
81.9 77.4 737
PGFP 652 852 | 652
MEASURED COMPACTION (%) 00 | 100+ T007
MIN. REQUIRE ACTION (%) | 850 95.0 95.0

TEST LOCATIONS
1. Top of Tee #2

2. Bottom of Tee #2
3. Green #1

4.

5,‘

8.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX 13337, CHESAPEAKE, VA 23325-0337 R@Q\
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April 15, 2003
CPM

P.0. Box 2814
Easley, SC 29641

Dear Mr. Baker:

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Attention: Mark L. Baker

Compaction Testing - 3/11/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, Alan Spik, was on site to perform compaction testing of the
fly ash fill for the above referenced project. All tests were performed according to the

procedures outlined by ASTM D 2922.

£ 2 T : ;
12 12
28.2 306
38.6 38.6
81.7 77.0
65.2 652
100 100
95.0 95.0

TEST I-..;)CATIONS

1. At Grade, 1% Green
2. At Grade, 2" Tee
3.

4,

5.

6.

*ASTM D

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 g%%
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March 13, 2003
CPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

[cCALLU]

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 2/25/03

Etheridge Greens

Chesapeake, Virginia
MTL Project 023086

On this date, our technician, John Bradshaw, was on site to perform compaction testing
of the fly ash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D 2922.

TESTNO. ~~ "7 7 B 2 3 T4 5 6
PROBE DEPTH(IN)” 12 12
'MEASURED 'm,§:r§TO§_E_(f' ) 335 39.1
OFTIMUM MOISTURE (%)* - 386 386
MEASURED DRY D‘ENSHY {PCF) 70.3 71.8
MAXIMUM DRY DENSITY (PCF}* 65.2 65.2
'MEASURED COMP'AC'TION'(%) ' 100+ - 100+
MI-N.: REQU,!R{_Eb c_jQ'MPAgrlogfi %) 95.0 95.0

TEST LOCATIONS
1. Grid U-3, Final Lift
2. Grid P-8, Final Lift
3.

4.

5.

=3

*ASTM D 698

iy {
STONAL Bom

AFORIES, INC.

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 4 FAX (757) 424-2874 ’

.@%
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March 6, 2003

CPM
P.0O. Box 2814
Easley, SC 29641

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Attention: Mark L. Baker

Dear Mr. Baker:

Compaction Testing - 2/6/03
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, Alan Spik, was on site to perform compaction testing of the
fly ash golf course fill for the above referenced project. All tests were performed

according to the procedures outiined by ASTM D 2922.

R T 4, 5. 6
12 12 1
38.7 39.0 38.5
386 386 386
68.1 68.7 © 683
65.2 65.2 65.2
100+ 100+ 100+
95.07 95.0 95.0
TEST LOCATIONS
1. At Grade, Q10
2. At Grade, N10
3. At Grade, K11
4,
5.
6,
*ASTM D 698
»J-é‘-'-‘-«i—o., e
MCCALLUI‘\/L;;E@SILN BN ATORIES, INC.

PHONE (757) 420-2520 + FAX (757} 424-2874
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McCALLUM

January 21, 2003 TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

CPM Compaction Testing - 12/18/02
P.O. Box 2814 Etheridge Greens
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, David Cropp, was on site to perform compaction testing of
the fly ash fill for the above referenced project. All tests were performed according to the
procedures outlined by ASTM D 2922,

TESTNO. - ;- K] 2 3 e 5 8
PROBE DEPTH (m ) T 12 12 12
MEASURED MOISTURE (%) ‘ 342 3586 32.0
OPTIMUM MOISTURE (%) | ses 386 386
MEASURED DRY DENSITY (PCF) 86.4 659 66.0
MAXIMUM DRY DENSITY (PCF)* 65.2 B52 | 652
- MEASURED COMPACTION (%) 100+ 100+ 100+
MIN. REQUIRED COMPACTION (%) 850 95.0 95.0
TEST LOCATIONS

1. Various lifts on grid line K-8
2. Various fifts on grid line K-10
3. Various lifts on grid line O-8
4.

5.

B.

*ASTM D 688

MCCALLUMJ"ES*TQI 'EA ATORIES, INC.
i ) 74,

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 PO. BOX ]3337 CHESAPEAKE, VA 23325-0337

TUFr AT shvrmmy tmA mmdm s n e e e
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- - McCALLUM

TESTING LABORATORIES, INC.

January 29, 2003 , )4 )
Geotechnical Engineering, Materials Testing & Environmental Services

CPM Compaction Testing - 1/7/03
P.O. Box 2814 Etheridge Greens
Easiey, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the fly ash building pad fill for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2022.

1. P-10Q, Final Lift

2. Q-8.5, Final Lift
3.
4.
5,

6.

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 o ‘7_%%%
PHONE (757) 420-2520 + FAX (757) 424-2874 "Eg% 0
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December 19, 2002
CcPM

P.O. Box 2814
Easley, SC 29641

Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to
of fly ash fill mounds at the above referenced

McCALLUM

TESTING LABORATORIES, INC.,

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 12/9/02

Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

to the procedures outiined by ASTM D 2922,

perform compaction testing
project. All tests were performed according

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + PO. BOX 13337, CHESAPEAKE, VA 23325-0337

- TESTNO. , 1 2 3 4 5
PROBEDEPTH (IN.y -~ -8 8
MEASURED MOISTURE (%) 39.3 34.9
'OPTIMUM MOISTURE (%)* 386 38.6
"| MEASURED DRY DENSITY (PCF) 64.0 68.1
MAXIMUM DRY DENSITY (PCF)* 65.2 65.2
MEASURED COMPACTION (%) 98.2 100+
- MIN. REQUIRED COMPACTION (%) 95.0 . 950
TEST LOCATIONS
1. 1.-9, Final Lift
2. Q-6, Final Lift
3.
4.
5.
5.
*ASTM D 698
. (/ :
McCALLUM TES BORATORIES, INC.
VIV
BEFMAN 17w,
perations.
A
ot
RE.
oy
[O
&
&

PHONE (757) 420-2520 + FAX (757) 424-2874
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December 6, 2002

CPM
P.O. Box 2814
Easley, SC 29641

McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 11/21/02
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

Aftention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the flyash fill for the above referenced project. All tests were performed according to
the procedures outlined by ASTM D.2922.

B

40.9 32.5 37.0 39.4
38.6 38.6 386 38.6
70.1 70.8 64.9 70.0
65.2 65.2 65.2 65.2
100+ 100+ 99.6 100+

Vil . 950 95.0 95.0 95.0

TEST LOCATICNS '

1. L.5-7, Final Lift

2. M.5-8.5, Final Lift

3. N-7, Final Lift

4. O-7, Final Lift

5. M.5-8, Final Lift

6.

*ASTM D 698

: —

)
ratl

ons

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4 P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 ?S’ 2

PHONE (737) 420-2520 + FAX (757) 424-2874



McCALLUM

No-vember 20,2002 Geotechnical Engineering, Materials Testing & Environmental Services

CPM Compaction Testing - 10/28/02
P.O. Box 2814 , Etheridge Greens
Easley, SC 29641 Chesapeake, Virginia

MTL Project 023086
Attention: Mark L. Baker

Dear Mr. Baker:

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the golf mound fly ash fill for the above referenced project. All tests were performed
according to the procedures outlined by ASTM D 2922,

TesTNO. v T A 5 6
.PRQQE_DEETH_(IN.)_ o - 8 . 8 3 8 8 8
_MEASL]_RI_-‘;D MOISTURE (%)’ = 413 4,10 377 424 40.4 40.8
| oPTibUM MOISTURE: (36)¢ | 3ss 3856 2856 38.6 3856 286
MEASURED bRYijENSlTY_(PQF) ' 66.3 65.8 64.8 69.3 ' 67.0 652
MAXlMUm_l DRY qgmslrf '(PQF)* 65.2 65,2 65.2 65.2 652 65.2
'MEASURED@OMF"ACTIO@ (% 100+ 100+ 09.4 100+ 100+ 100+
MIN. REQUIRED f:dMPAg;iON_(%) ' 85.0 85.0 850 ° 85.0 85.0 85.0
TEST LOCATIONS '

1. P-2.5, Final Lift
2. D.4-3, Final Lift
3. N-3, Final Lift
4. M-4.5, Final Lift
5. O-5, Final Lift

-6. S4.5, Final Lift

*ASTM D 698

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 4+ P.O. BOX 13337, CHESAPEAKE, VA 23325-0337 Q’{,
PHONE (757) 420-2520 + FAX (757) 424-2874 %
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McCALLUM

TESTING LABORATORIES, INC.

July 2, 2002

CPM

P.O. Box 2814

Easley, SC 29641
Attention: Mark L. Baker

Dear Mr. Baker:

Geotechnical Engineering, Materials Testing & Environmental Services

Compaction Testing - 6/11/02
Etheridge Greens
Chesapeake, Virginia

MTL Project 023086

On this date, our technician, Wayne Alexander, was on site to perform compaction testing
of the parking lot and building pad for the above referenced project. All tests were
performed according to the procedures outlined by ASTM D 2922 (Nuclear) and ASTM D

1556 (Sand Cone).

G R BES 6
;f__EﬁQBEEDE‘P‘,,'I_'H_(IN.)V.V‘ S _ 6 —_ 6

' MEASUREDMOISTURE (%) .-~ .0+ - 398 396 296 344 334
Qrbpﬁmummgiisméé(%r T 38.6 386 386 36.6 386
‘MEASURED DRY DENSITY (PCF) 63.7 635 654 65.3 68.2
MAXIMU#MDRY DENSITY (PCF)" 65.2 65.2 65.2 65.2 65.2
MEASURGD COMPACTION(%)! a7.7 a7z 100+ 100+ 100+
5"‘i@|N.‘|3§_5QutBEpbémﬁAc’Tro_N"(% 85.0 95.0 95.0 95.0 95.0

TEST LOCATIONS

1. Building Pad, -4 ft. (Nuclear)

1 2. Building Pad, -4 ft. (Sand Cone)

3. Parking Lot, Final Subgrade (Nuclear)
4. Parking Lot, Final Subgrade (Nuclear)
3. Parking Lot, Final Subgrade (Nuclear)

6.

IV 9007 @

TS RERRN, P £

£-ngineer

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 % PO. BOX 13337, CHESAPEAKE, VA 23325-0337
PHONE (757) 420-2520 + FAX (757) 424-2874
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- McCALLUM

TESTING LABORATORIES, INC.

Geotechnical Engineering, Materials Testing & Environmental Services

May 17, 2002

.Combustion Products Management, Inc.
P.O. Box 2814 ’
Easley, South Carolina 29641

Attention: Mark L. Baker, P.E.

Subject: . Laboratory Test Results
Etheridge Greens
Chesapeake, Virginia
MTL Project 023086

* Dear Mr. Baker:

Attached are the results of a Moisture Density Test (ASTM D 698 Procedure A), a
Moisture Content Test (ASTM D 2216), an Atterberg Limits Test (ASTM D 4318) and a
Percent Finer Than a #200 Sieve Test (ASTM D 11 40) performed on the flyash/cement
kiln dust mixture sampled by a representative of Combustion Products, Inc. and
delivered to this office on May 7, 2002, for the above referenced project. We
understand the sample represents coal combustior by-product from the Chesapeake
Energy Center blended with cement kiln dust at 2 percent by weight.

Should you have any questions concerning this report, please do not hesitate to contact
this office at your earliest convenience.

Very truly yours,

LABORATORIES, INC.

]fJ

1808 HAYWARD AVENUE, CHESAPEAKE, VA 23320 + P.O. BOX 13337, CHESAPEAKE, VA 23325-0337

DETAKITT 710 AN memA 4 T4 vs tmvrr sm s mem s
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; McCALLUM TESTING LABORATORIES, INC,

'LABORATORY TEST RESULTS
ETHERIDGE GREENS
CHESAPEAKE, VIRGINIA
MTL PROJECT 02-3086

Flyash with 2% Cement Dark aray, clayey f' ne sandy Silt w:th traces of medium

-Kiln Dust - . - sand

SO T R
%‘ Zero Alr Void Curves |

DRY DENSITY (LBS./CU.FT.}

MAXIMUM DRY DENSITY (LBS ICU FT) 65.2

1 OPTIMUM MOISTURE (%) - 38.6

R N N N T S T e YO NS [T T ey

22 24 26 28 30 32 34 36 38 40 42 44 46 48 50 52
MOISTURE CONTENT (%)

——4—Moisture-Density Curve ——Gs=2.50 — — — Gs=2.60 e - - .- -G5=270

39.9 49 30 19 _ ' 77.6 ML
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DATE

PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRODUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

DATE

PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRODUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

DATE

PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRODUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

DATE

PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRCDUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

Q.C. - LANDFILL MONTHLY REPORT FOR APRIL 2002
PROJECT NUMBER C-1653

4/10/2002 4/11/2002 4/12/2002 4/13/2002 Weekly
Golf Course | Golf Course | Golf Course | Golf Course Average |
1 1 1 1
150 150 150 150
3.00 2.20 2.50 2.50 2.55
69 69 59 69
1563.85 2603.04 2580.52 1676.95
1079.08 1796.10 1787.46 1157.10
14.10 16.50 20.00 10.00
1.31 0.82 1.12 0.86
4/15/2002 4/16/2002 41172002 4/18/2002 4/19/2002 4/20/2002 | Weekly
Golf Course | Golf Course | Golf Course | Golf Course | Golf Course | Golf Course | Average
1 2 2 2 2 2
150 150 150 430 430 450
2.50 2.00 1.90 1.50 1.50 1.70 1.85
70 70 69 70 69 70
2102.99 1872.78 2603.26 2494.18 2467.78 1521.85
1472.09 1310.895 1796.25 1745.93 1702.77 1065.30
12.00 14.00 20.00 32.00 31.00 20.30
0.82 1.07 1.11 1.83 1.82 1.91
4/22/2002 4/23/2002 4/24/2002 4/25/2002 4/26/2002 4/27/2002 | Weekly
Golf Course | Golf Course | Golf Course | Golf Course | Golf Course | Golf Course | Average
2 2 2 2 2 2
460 460 450 425 425
1.80 1.80 2.20 2.10 2.10 2.10 2.02
70 70 69 69 70 70
1533.03 987.37 2060.85 208.79 212478 13565.37
1073.12 691,16 1421.99 144.07 1487.35 948.76
20.00 13.00 26.00 3.00 31.00 20.00
1.86 1.88 1.83 2.08 2.08 2.11
4/29/2002 4/30/2002 5712002 5/2/2002 5/3/2002 5/4/2002 | Weekly
Golf Course | Golf Course | Golf Course | Golf Course Average
2 2 2 2 ]
425 425 450 450
1.80 1.80 1.60 1.60 1.70
70 70 68 69
2536.94 2015.13 2333.7 1410.9
1775.86 1410.59 1586.94 973.53
32.00 25.00 25,50 16.00
1.80 1.77 1.61 1.64
% CKD 20 %

Monthly Summary April 2002 {Average)
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DATE

PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRODUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

DATE
PROJECT

MIX DESIGN
RPM

% CEMENT

% SOLIDS

TONS PRODUCED
DRY WT

TONS CEMENT
MASS BALANCE
COMMENTS

DATE
PROJECT

MIX DESIGN

RPM

% CEMENT

% SOLIDS

TONS PROBUCED
DRY WT

TONS CEMENT
MASS BALANCE
TONS CEMENT {R)

MASS BALANCE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MAY 2002
PROJECT NUMBER C-1653

Monthly Summary Mat 2002 (Average)

5/6/2002 5/7/2002 5/8/2002 51912002 5/10/2002 Weekly
Golf Cowrse | Golf Course | Golf Course | Golf Course | Golf Course | Golf Course Average
2 2 2
550 550 625
1.1 2.0 2.0 1.71
68.9 68.8 70.8
1195.4 1459.9 1034.3
823.6 1004.4 0.0 731.8
Not available
Titration Shut Down
5/13/2002 5/14/2002 5/15/2002 5/16/2002 5/17/2002 5/18/2002 5/21/2002 | Weekly
Golf Course | Goli Course | Golf Course | Golf Course | Golf Course | Golf Course | Golf Course |Average
1/2/1900 1/2/1900 17211900 1/2/1900 11271900
625 625 650 625 625
2.5 2.0 2.1 2.1 2.2 2.18
£9.0 68.7 68.7 68.0 69.0
1865.1 1599.2 1511.5 1698.8 1847.3 0.0
1286.9 1098.6 1038.4 1155.2 1274.7
Not available
NO WORK
5/22/2002 5/23/2002 5/24/2002 5/28/2002 5/25/2002 5/30/2002 5/31/2002 | Weekly
Golf Course | Golf Course | Goif Course | Golf Course | Golf Course | Golf Course | Golf Course |Average
1/2/1900 17271900 1/2/1900 1/2/1900 1/2/1800 1/2/1900
9/16/1901 9/6/1901 8/22/1901 8/22/1901 600-650 600-650
2.2 2.7 S 20 1.9 1.8 1.8 2.0633
68.0 68.0 69.0 67.0 67.0 68.0 i
2589.9 24841 1589.6 23582 2340.4 1711.7
1761.2 1689,2 1096.8 0.0 1668.0 1164.0
Not available
% CKD 20 %
% Sofids 68.5 %
% Moisture 46.0 %
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JUNE 2002

PROJECT NUMBER C-1653

DATE 6/2/2002 6/3/2002 6/4/2002 6/5/2002 6/6/2002 6/7/2002 | 6/68/2002 | Weekly
PROJECT GC GC GC Average|
MIX DESIGN 2% 2% 2%
RPM 650 650 650
% CKD 1.8 1.9 2.0 1.9
% MOISTURE 43.2 44.3 41.0 42 833
COMMENTS
DATE 6/9/2002 | 6/10/2002 | 6/11/2003 | 6/12/2002 | 6/13/2002 | 6/14/2002 | 6/15/2002
PROJECT GC GC GC GC GC
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 650 650-600 600 600 500
% CKD 2,2 1.9 1.9 2.1 1.9 2
% MOISTURE 45.2 36.9 40.0 40.8 48.8 42.34
COMMENTS
Heavy rain
DATE 6/16/2002 | 6/17/2002 | 6/18/2002 | 6/19/2002 | 6/20/2002 | 6/21/2002 | 6/22/2002
PROJECT GC GC GC GC
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 600 600 600-585 585-575
% CKD 1.9 2.2 2.2 1.8 2.025
% MOISTURE 44.0 39.6 45.3 41.4 42.575
COMMENTS
DATE B/23/2002 | 6/24/2002 | 6/25/2002 | 6/26/2002 | 6/27/2002 | 6/28/2002 | 6/29/2002
PROJECT GC GC GC GC GC
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 575 750-600 600 600-625 625-610
% CKD 21 2.4 1.6 2.0 1.7 1.96
% MOISTURE 35.9 40.8 43.9 40.4 44.7 41.14
COMMENTS
Monthly Summary For June 2002 (Average Values)
% CKD 2.0 % (By Titration)
% Moisture 42.2 % {8y Microwave}
June vfl Confidential Page 3
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

Monthly Summary For July 2002

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JULY 2002
PROJECT NUMBER C-1653

7/1/2002 712/2002 71312002 7142002 715/2002 71812002 7/9/2002 | Weekly
Golf Course] Golf Course| Golf Course] Golf Course} Golf Course| Golf Course| Golf Course[Average
2% 2% 2% 2% 2% 2% 2%
610-615 615-605 605-610 610-620
1.5 1.5 1.6 1.7 1.595
40.5 44.4 41.9 45.8
HOLIDAY PLANT DOWN PLANT DOWN
7M0/2002 | 7M1/2002 | 7TM2/2002 | 7/113/2002 | 7/158/2002 | 7/16/2002 | 7/17/2002 | Weekly
Golf Course| Golf Course| Golf Course| Goif Course| Golf Course| Golf Course| Golf Course Average|
2% 2% 2% 2% 2% 2% 2%
615 615-640 640-1000 | 575-1000 | 625-1000 600-800 600-800
1.6 1.2 1.8 1.9 2.0 1.7 1.9 1.7314
41.5 43.6 45.5 44.2 41.1 39.8 39.2
SILO
MALFUNCTICN
7/18/2002 | 7/19/2002 | 7/22/2002 | 7/23/2002 | 7/24/2002 | 7/25/2002 | 7/26/2002 | Weekly
Golf Course| Golf Course| Golf Course| Golf Course| Golf Course| Golf Course{ Golf Course Average|
2% 2% 2% 2% 2% 2% 2%
600-620 620 625-640 650-670 670-1081 750-960 730-750
17 1.7 1.7 1.6 2.1 2.0 1.8 1.7957
40.6 43.4 40.7 37.2 43.8 43.0 47.3
7/29/2002 | 7/30/2002 | 7/31/2002 Weekly
Golf Course| Golf Course| Golf Course | Golf Course| Goif Course| Goif Course| Golf Course|Average
2% 2% 2% 2% 2% 2% 2%
735-770 770 770-1000
1.7 1.7 1.7 1.69
43.6 43.8 42.4
(Average Values)
% CKD 1.7 % (By Titration)
% Moisture 425 % (By Microwave}
% Solids 70.2 % (By Microwave}
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR AUGUST 2002

PROJECT NUMBER C-1653

DATE 8/1/2002 8/2/2002 8/5/2002 8/6/2002 B/7/2002 8/8/2002 8/9/2002
PROJECT Golf Course| Golf Course | Golf Course |Golf Course| Golf Course  |Golf Course| Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 750-1020 700 475-540 425-475 425 425-525 375-425
% CKD 2.4 1.9 2.4 1.6 2.4 2.2 2.3
% MOISTURE 44.5 38.4 52.7 46.9 42.8 44.6 54.0
COMMENTS PLANT SHUT DN
DATE 8/12/2002 8/13/2002 8/14/2002 | 8/15/2002 8/16/2002 8/19/2002 | 8/20/2002
PROJECT Golf Course| Golf Course | Golf Course |Golf Course| Golf Course |Golf Course| Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 275-400 200-275 200-250 200-250 150-215 180-450 300-550
% CKD 2.7 2.1 1.8 2.7 2.4 1.7 1.7
% MOISTURE 39.2 45.2 41.1 39.0 42.0 41.7 41.3
COMMENTS
DATE 8/21/2002 8/22/2002 8/23/2002 | 8/26/2002 8/27/2002 8/28/2002 | 8/29/2002
PROJECT Golf Course| Golf Course | Golf Course |Golf Course|] Golf Course |Golf Course| Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 180-660 200-250 250-450 250-300 200-450 200-300
% CEMENT 2.4 1.5 2.1 1.7 2.2 2.2
% MOISTURE 439 45.9 45.4 45.1 44.1 46.7
COMMENTS SHUT DN
RAIN
DATE
PROJECT
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM
% CKD
% MOISTURE
COMMENTS SHUT DN
RAIN

DATE
PROJECT
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RFM
% CKD
% MOISTURE
COMMENTS
Monthly Summary For August 2002 (Average Values)

% CKD 2.1 % (By Titration)

Moisture 44.2 % (By Microwave}

% Solids 69.3 % (By Microwave}
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR SEPTEMBER 2002
PROJECT NUMBER C-1653

DATE 9/2/2002 9/3/2002 9/4/2002 9/5/2002 9/6/2002 9/9/2002 9/10/2002
PROJECT Golf Course | Golf Course | Golf Course |Golf Course| Golf Course| Golf Course |Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 200 200-250 200-250 200-250 250-270
% CKD 22 1.7 1.9 1.9 1.6
% MOISTURE 42.7 40.8 43.2 43.2 43.5
COMMENTS HOLIDAY SHUT DN RAINED
DATE 9/11/2002 9/12/2002 9/13/2002 9M16/2002 | 9/17/2002 9/18/2002 9/19/2002
PROJECT Golf Course | Golf Course| Golf Course |Golf Course| Goif Course| Golf Course |Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 150-200 150-200 200-350 250 250-300 200-300 200-250
% CKD 2.2 1.7 1.5 1.9 1.8 2.0 1.8
% MOISTURE 42.9 40.1 43.1 34.3 43.9 43.2 44.4
COMMENTS RAINED
DATE 9/20/2002 9/23/2002 9/24/2002 9/25/2002 | 9/26/2002 912712002 9/30/2002
PROJECT Golf Course | Golf Course | Golf Course | Goif Course| Goif Course| Golf Course |Golf Course
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 200-950 200-250 200-300 300-400 200-350 250-300 300-450
% CEMENT 2.0 1.9 1.9 1.8 1.9 1.3 1.7
% MOISTURE 41.2 40.1 41.5 42.6 40.6 41.3 J29.9
COMMENTS RAIN SHUT DN
DATE
PROJECT
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM
% CKD
% MOISTURE
COMMENTS
DATE
PROJECT
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM
% GKD
% MOISTURE
COMMENTS
Monthly Summary For September 2002 (Average Values)

% CKD 1.8 % {By Titration}

% Moisture 41.7 % (By Microwave)

% Solids 70.6 % {By Microwave)
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATICN
Q.C. - LANDFILL MONTHLY REPORT FOR OCTOBER 2002
PROJECT NUMBER C - 1653

10/1/2002 [ 10/2/2002 | 10/3/2002 | 10/4/2002 | 10/7/2002 | 10/8/2002 | 10/9/2002 | AVERAGE | AVERAGE
Golf CoursdGolf CoursdGolf CoursgGolf CoursdGolf CoursdGoif CoursgGolf Course] CKD  [MOISTURE
2% 2% 2% 2% 2% 2% 2%
300-450 300 200-750 | 150-250 | 200-300 | 250-400 150-200
2.0 2.1 2.1 1.9 1.9 2.2 2.4 2.1
40.5 40.5 39.1 40.8 38.4 39.8 38.9 38.7
10/10/2002}10/11/2002]|10/14/2002]10/15/2002| 10/16/2002]|10/47/2002] 10/18/2002 | AVERAGE | AVERAGE
Golf CoursgGolf CoursdGolf CoursdGolf CoursgGolf CourseGolf CoursgGolf Course] CKD MOISTURE]
2% 2% 2% 2% 2% 2% 2%
150 250 200-300 150-200 146-250
2.1 2.0 1.5 2.4 1.6 1.9
40.8 35.9 41.7 42.9 39.2 40.1
PLANT DN. SHUTDN | SHUTDN,
RAIN RAIN
10/21/2002] 10/22/2002]10/23/2002]10/24/2002]10/25/2002] 10/28/2002] 10/28/2002[ AVERAGE | AVERAGE
Golf CoursdGolf CoursdGolf CoursdGolf CoursdGolf CoursdGolf CoursdGolf Course] CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
200-300 | 250-350 | 146-200 | 146-200
1.5 2.9 2.0 2.3 2.2
39.9 38.1 29,8 38.9 39.2
SHUT DN. SHUT DN SHUTDN.
RAIN RAIN RAIN
10/30/2002}10/31/2002 |AVERAGE AVERAGE
Golf CoursgGolf CoursgGolf CoursgGolf CoursdGolf CoursgdGolf CoursdGolf Course] CKD MOISTURE
2% 2%
SHUT DN SHUT DN
RAIN RAIN
AVERAGE | AVERAGE
CKD MOISTURE
2.1 39.7
Monthly Summary For Octeber 2002 (Average Values)
% CKD 2.1 { By Titration }
% MOISTURE 39.7 { By Microwave )
% SOLIDS 71.6 { By Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. LANDFILL MONTHLY REPORT FOR NOVEMBER 2002
PROJECT NUMBER C - 1653

117142002 | 11/4/2002 | 11/5/2002 | 11/6/2002 | 11/7/2002 | 11/8/2002 | 11/9/2002 [ AVERAGE] AVERAGE
Golf CoursgGolf CoursgGolf CoursgGolf CoursdGolf CoursgGolf CoursdGolf Course]  CKD MQOISTURE
2% 2% 2% 2% 2% 2% 2%
150-200 146-150 146-200 146-150 150-200
2.0 2.8 2.1 X>3 2.0 2.2
39.9 36.9 39.1 37.4 40.6 38.8
SHUT DN RAIN | SHUT DN RAIN
11/11/2002{11/12/2002}11/13/2002]11/14/2002{11/15/2002] 11/19/2002] 11/20/2002 | AVERAGE | AVERAGE
Golf CoursgGolf CoursdGolf CoursdGolf CoursgGolf CoursdGolf Coursq Golf Course] CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-200 146 146 146 146 146
1.7 X=<1 2.7 2.6 2.1 2.6 2.3
38.9 37.9 38.9 37.6 33.2 39.4 37.6
SHUT DN RAIN | SHUT DN RAIN
9:45 AM
11/21/2002]11/2242002]11/23/2002|11/25/2002| 11/26/2002|11/27/2002| 11/28/2002 | AVERAGE | AVERAGE
Golf CoursgGolf CoursdGolf CoursgGolf CoursdGolf CoursdGolf CoursdGolf Course} CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
148 150-200 | 150-200 | 200-400
1.8 1.9 2.7 1.7 2.0
42.8 42.8 38.3 37.9 40,4
NO OFF SITE ACTIVITIES HOLIDAY
ALL FtY ASH USED ON SITE
11/29/2002 AVERAGE | AVERAGE
CKD MOISTURE
NO OFF SITE ACTIVITIES
ALL FLY ASH USED ON SITE
AVERAGE | AVERAGE
CKD MOISTURE
2.2 38.9

Monthly Summary For November 2002 (Average Values)

% CKD

%MOISTURE

%SOLIDS

2.2
38.9
72.0

{ By Titration)
( By Microwave }
{ BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

12/2/2002 | 12/3/2002 § 12/4/2002 | 12/5/2002 | 12/6/2002 | 12/9/2002 | 12/10/2002| AVERAGE | AVERAGE
Golf CoursgGolf CoursdGolf CoursgGolf CoursgGolf CoursgdGolf CoursdGolf Coursef CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
200-400 146 146 146-300 200
2.3 3.0 2.2 1.7 26 2.4
36.5 36.9 35.7 35.5 36.0 36.1
SHUT DN RAIN | SITE WK ONLY
12/11/2002{12/12/2002]12/13/2002{12/16/2002|12/17/2002]12/18/2002| 12/18/2002 | AVERAGE } AVERAGE
Golf CoursdGolf CoursdGolf CoursgdGolf CoursdGolf Cours€Golf CoursdGolf Course] CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% ’
146-240 200 200-250 | 300-400 | 250-300 250
1.5 2.7 1.5 1.8 2.9 2.5 2.1
37.9 34.2 39.8 39.0 37.0 38.4 37.7
SHUT DN RAIN
12/20/2002(12/23/2002]|12/24/2002[12/25/2002]12/26/2002|12/27/2002| 12/28/2002 | AVERAGE | AVERAGE
Golf CoursgGolf CoursdGolf CoursdGolf CoursgGolf CoursgGolf CoursdGolf Course] CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
200 200-250 500 200-500
1.4 2.4 1.9
45.9 37.3 27.0 46.8 39.2
SHUT DN RAIN SHUT ON RAIN| HOLIDAY | SITE wi ONLY | SITE WK ONLY
12/30/2002[12/31/2002] AVERAGE | AVERAGE
Golf CoursgGolf CoursgGolf CoursdGolf CoursdGolf CoursgGolf CoursdGolf Course] CKD MOISTURE
2%
200-500
32.7s1 TE CLEAN UP
AVERAGE | AVERAGE
CKD MOISTURE
2.1 37.7
Monthly Summary For December 2002 (Average Values)
% CKD 2.1 { By Tiration)
%MOISTURE 37.7 { By Microwave )
%SOLIDS 72.6 ( BY Microwave }

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR DECEMBER 2002
PROJECT NUMBER C - 1653
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% GKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

Q.C. - LANDFILL MONTHLY REPORT FOR JANUARY 2003

PROJECT NUMBER C - 1653

1/1/2003 | 1/2/2003 | 1/3/2003 | 1/6/2003 | 1/7/2003 | 1/8/2003 | 1/9/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146 146 146-250 | 200-500 | 250-500 146
2.5 2.1 2.1 1.5 2.2 2.2 2.1
38.4 37.1 41.1 44.6 324 44.2 39.6
HOLIDAY
1/10/2003 { 1/13/2003 | 1/14/2003 | 1/15/2003 | 1/16/2003 | 1/17/2003 | 1/20/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-200 | 180-500 146 146 146 146
2.5 2.1 2.7 1.9 1.8 3.0 2.3
41.8 35.5 39.2 38.8 40.8 37.2 38.9
WINTER STORM
1/21/2003 | 1/22/2003 | 1/23/2003 | 1/24/2003 | 1/27/2003 | 1/28/2003 | 1/29/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146 146 146-250
1.6 1.7 1.6 1.6
41.1 38.9 411 41.3 40.6
SNOW DAY/ sITE wi. ONLY| SITE Wi ONLY
1/30/2003 | 1/31/2003 AVERAGE | AVERAGE
G.C G.C CKD MOISTURE
2% 2%
250
1.6
29.0
SHUT DN RaIN | RAIN DAY
AVERAGE | AVERAGE
CKD MOISTURE
2.0 39.7
Monthly Summary For January 2003 (Average Values)
% €KD 2.0 { By Tiration)
Y%MOISTURE 39.7 { By Microwave )
%SOLIDS 71.6 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR FEBRUARY 2003
PROJECT NUMBER C - 1653

2/3/2003 | 2/4/2003 | 2/5/2003 } 2/6/2003 | 2/7/2003 | 2/10/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.G G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%

250-315 300 250-315 | 146-250
1.7 1.7 2.2 24 2.0

33.3 41.8 39,2 35.4 374
SHUT DN RAIN SHUTDN RAIN | SHUT DN RAIN
2/11/2003 | 2/12/2003 | 2/13/2003 | 2/14/2003 | 2/17/2003 | 2/18/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G,C G,C CKD MOISTURE
2% 2% 2% 2% 2% 2%
146 146 146-200 146
2.2 1.7 1.4 1.8 1.8
40.1 40.8 43.3 41.3 41.4
SHUT DN RAIN} SHUT DN RAIN
2/19/2003 | 2/20/2003 | 2/21/2003 | 2/24/2003 § 2/25/2003 | 2/26/2003 | AVERAGE | AVERAGE
G,C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
146-250 | 146-200 | 146-230 | 146-210 146 150-250
1.6 2.0 1.7 1.4 2.0 2.1 1.8
37.9 38.2 40.1 38.4 42.9 38.9 39.4
212712003 | 2/28/2003 AVERAGE | AVERAGE
G.C G.C CKD MOISTURE
2% 2%
200
2.2
30.7
SHUT DN RAIN| SHUT DN RAIN
AVERAGE | AVERAGE
CKD MOISTURE
1.9 30.4
Monthly Summary For February 2003 (Average Values)
% CKD 1.9 { By Titration)
Y MOISTU 39.4 { By Microwave )
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%SOLIDS 71.7 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MEX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MARCH 2003
PROJECT NUMBER C - 1653

3/3/2003 | 3/4/2003 | 3/5/2003 | 3/6/2003 | 3/7/2003 | 3/10/2003 | 3/11/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-200 160-200 200-250 150-250
2.1 2.0 2.9 2.5 2.4
37.7 40.1 36.6 37.8 38.0
SHUT DN RAIN| SHUT DN RAIN | WET CONDITIONS
3/12/2003 | 3/13/2003 | 3/14/2003 | 3/17/2003 | 3/18/2003 | 3/19/2003 1 3/20/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
160-250 160-250 146-250 150-250 146-260 146-170 250
2.3 2.5 1.8 2.0 2.4 1.8 2.4 2.2
38.9 40.5 40.6 38.9 41.5 40.1 41.8 40.3
SHUT DN RAIN
3/21/2003 | 3/24/2003 | 3/25/2003 | 3/26/2003 | 3/27/2003 | 3/28/2003 | 3/31/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
250-320 | 305-350 280-350 240-350 300
1.7 2.5 2.5 3.0 2.0 2.3
40.8 36.2 37.9 37.9 41.1 38.8
SHUT DN RAIN SHUT DN ELECT.
AVERAGE | AVERAGE
CKD MOISTURE
AVERAGE | AVERAGE
CKD MOISTURE
2.3 39.0
Monthiy Summary For March 2003 (Average Values)
% CKD 2.3 { By Titration)
%MOISTURE 39.0 ( By Microwave )
%SOLIDS 71.8 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RFM

% CKD

% MOISTURE
COMMENTS

DATE
PRO.JECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR April 2003
PROJECT NUMBER C - 1653

4/1/2003 | 4/2/2003 | 4/3/2003 | 4/4/2003 | 4/7/2003 | 4/8/2003 | 4/9/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

300 280-300 | 300-350 | 300-310 350

2.1 2.3 1.7 1.8 2.6 2.1

37.2 39.8 40.3 36.6 38.8 ) 38.5
SHUT DN RAIN | SHUT DN RAIN

4/10/2003 | 4/11/2003 | 4/14/2003 | 4/15/2003 | 4/16/2003 | 4/17/2003 | 4/18/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

300 300 256-300 | 290-305 300
1.9 1.8 1.7 1.9 2.1 1.9
42.5 42.5 40.8 38.4 36.0 40.0

SHUT DN RAIN{ SHUT DN RAIN

4/21/2003 | 4/22/2003 | 4/23/2003 | 4/24/2003 | 4/25/2003 | 4/28/2003 | 4/29/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

290-300 | 270-290 | 270-300 | 250-270 250 300 270-700
2.4 2.1 1.6 2.5 1.8 1.9 2.0
41.5 38.2 42.8 41.8 38.8 40.8 40.3 40.6

4/30/2003 AVERAGE | AVERAGE
G.C CKD MOISTURE
2%

300-700
1.9
37.4

AVERAGE | AVERAGE
CKD MOISTURE
2.0 39.7
Monthly Summary For April 2003 (Average Values)
% CKD 2.0 ( By Titration)
%MOISTURE 39.7 { By Microwave )
%SOLIDS 71.6 { BY Microwave )
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DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR May 2003
PROJECT NUMBER C - 1653

5/1/1930 | 5/2/2003 | 5/5/2003 | 5/6/2003 | 5/7/2003 | 5/8/2003 | 5/9/2003 |AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

200-350 | 200-260 250 250 250 250 250
2.5 1.9 1.8 2.0 2.1 1.9 2.3 2.1
36.4 37.0 43,3 41.8 39.0 40.1 39.8 396

5/12/2003 | 5/13/2003 | 5/14/2003 | 5/15/2003 | 5/16/2003 | 5/19/2003 | 5/20/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

200 200 200 146-200 148 146 146-200
1.8 1.8 1.8 2.3 1.8 1.8 1.8 1.9
39.4 41.8 39.4 40.3 40.0 40.5 41.0 40.3

5/21/2003 | 5/22/2003 | 5/23/2003 | 5/27/2003 | 5/28/2003 | 5/29/2003 | 5/30/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-200 146 146 146-200 146
2.0 1.8 1.7 2.9 24 2.1
39.0 43.5 42.8 40.3 40.3 41.2

rain rain
AVERAGE | AVERAGE
CKD MOISTURE
AVERAGE | AVERAGE
CKD MOISTURE
2.0 40.4
Monthly Summary For May 2003 (Average Values}
% CKD 2.0 { By Titration)
%MOISTURE 40.4 { By Microwave )
%SOLIDS 71.2 { BY Microwave )
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DATE
PROJECT
WMIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RFM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MEX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR June 2003
PROJECT NUMBER C - 1653

6/2/2003 | 6/3/2003 | 6/4/2003 | 6/5/2003 | 6/6/2003 | 6/9/2003 | 6/10/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146-175 175 146-175 146-155 155
1.9 1.7 2.5 2.1 1.8 1.8 2.0
34.7 37.8 36.9 36.2 38.3 rain 40.8 37.5
6/11/2003 | 6/12/2003 | 6/13/2003 | 6/16/2003 | 6/17/2003 | 6/18/2003 | 6/19/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
155-175 175 155-175 155-175 175
1.6 1.8 2.1 1.8 1.7 1.8
38.5 36.8 41.4 43.3 37.9 39.6
SHUT DN rain
6/20/2003 | 6/23/2003 | 6/24/2003 | 6/25/2003 | 6/26/2003 | 6/27/2003 | 6/30/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% )
155-175 | 155-175 | 175-200 | 165-200 165 150-165
1.9 1.8 1.8 2.1 2.1 2.5 2.0
42.3 39.8 40.3 36.9 38.5 35.1 shut DN 38.8
AVERAGE | AVERAGE
CKD MOISTURE
AVERAGE | AVERAGE
CKD MOISTURE
1.9 38.6
Monthly Summary For June 2003 (Average Values}
% CKD 1.9 { By Titration)
Y%MOISTURE 38.6 { By Microwave )
%SOLIDS 72.1 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR July 2003
PROJECT NUMBER C - 1653

7/1/2003 [ 7/2/2003 | 7/3/2003 | 7/4/2003 | 7/7/2003 | 7/8/2003 | 7/9/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

150 150 146-160 165-175 | 146-170 146
2.2 2.6 2.4 1.9 2.4 2.1 2.3
39.3 39.8 38.6 38.6 39.3 39.0 39.1
SHUT DN HOLIDAY
7M0/2003 | 7/11/2003 | 7/14/2003 | 7/15/2003 | 7/16/2003 | 7/17/2003 | 7/18/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146 146 146 148 146
1.9 2.0 2.0 1.9 1.8 2.0 1.9
40.1 40.8 42.3 41.4 40.8 40.6 41.0
SHUT DN
7/21/2003 { 7/22/2003 | 7/23/2003 | 7/24/2003 | 7/25/2003 | 7/28/2003 | 7/28/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOQISTURE
2% 2% 2% 2% 2% 2% 2%
146 150-170 146-170 146 146 146 146
1.7 21 2.1 2.2 1.9 1.8 2.1 2.0
37.9 39.8 39.1 38.5 38.2 32.9 36.3 37.5

7/30/2003 | 7/31/2003 AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-165 146
2.2 2.4
37.9 38.2
AVERAGE | AVERAGE
CKD MOISTURE
2.1 38.2
Monthly Summary For July 2003 (Average Values)
% CKD 2.1 { By Titration}
%MOISTURE 39.2 ( By Microwave }
%SOLIDS 71.8 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

 CKD

% MOISTURE

COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR August 2003
PROJECT NUMBER C - 1653

8/1/2003 | 8/4/2003 | 8/5/2003 | 8/6/2003 | 8/7/2003 | 8/6/2003 | 8/11/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146 146-165 | 146-165 165 165 165 165
1.9 1.6 1.3 2.0 2.0 2.2 2.0 1.9
40.8 37.6 38.4 38.5 39.8 37.9 36.9 38.5
SHUT DN RAIN SHUT DN RAIN
8/12/2003 | 8/13/2003 | 8/14/2003 | 8/15/2003 | 8/18/2003 | 8/19/2003 | 8/20/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-165 146-165 | 146-165 156 156 156
2.1 1.8 22 1.8 2.0 2.0 2.0
35.6 304 33.8 35.6 36.3 37.4 38.3
SAUT DN
REPAIRS
8/21/2003 | 8/22/2003 | 8/23/2003 | 8/25/2003 | 8/26/2003 | 8/27/2003 | 8/28/2003 | AVERAGE| AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
156 156-175 | 155-175 | 155-185 | 175-185 | 175-185 | 148-165
2.1 1.7 2.3 1.9 1.9 2.2 2.1 2.0
38.6 36.3 41.5 38.6 38.1 36.8 45.1 36.3
8/29/2003 AVERAGE| AVERAGE
G.C CKD MOISTURE
2%
165
1.9
38.9
AVERAGE| AVERAGE
CKD MOISTURE
2.0 38.1
Monthly Summary For August 2003 (Average Values)
% CKD 2.0 ( By Titration)
2%MOISTURE 38.1 ( By Microwave )
%SOLIDS 72.4 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR SEPTEMBER 2003
PROJECT NUMBER C - 1653

9/1/2003 | 9/2/2003 | 9/3/2003 | 9/4/2003 | 9/5/2003 | 9/6/2003 | 9/8/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-165 | 146-155 | 150-155 155 155 155
2.2 2.1 1.9 21 2.1 1.8 2.0
41.0 40.3 41.8 41.4 39.5 40.4 40.7
HOLIDAY

9/9/2003 | 9/10/2003 | 9/11/2003 | 9/12/2003 { 9/15/2003 { 9/16/2003 | 9/17/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

155-165 | 155-165 155 146-155 146
1.8 2.2 2.1 2.2 2.2 2.1

41.1 41.1 41.8 shut dn 41.4 40.3 shut dn 411
9/18/2003 | 9/19/2003 | 9/22/2003 | 9/23/2003 | 9/24/2003 | 9/25/2003 AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146
1.7 1.7
44.9 44.9
shut dn shut dn shut dn shutdn |shut dn
9/26/2003 | 8/27/2003 | 9/20/2003 | 9/30/2003 AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MCISTURE
2% 2% 2% 2%
146 146-165 146 146
2,2 2.4 2.2 2.0
42.8 44.5 40.8 37.2
AVERAGE | AVERAGE
CKD MOISTURE
1.9 42.3
Monthly Summary For September 2003 (Average Values)
% CKD 1.9 ¢ By Titration}
eMOISTURE 42.3 ( By Microwave }
%SOLIDS 70.3 { BY Micrawave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPW

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

Q.C. - LANDFILL MONTHLY REPORT FOR OTCOBER 2003

PROJECT NUMBER C - 1653

10/1/2003 | 10/2/2003 | 10/3/2003 | 10/4/2003 | 10/6/2003 | 10/7/2003 | 10/8/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146 146 146 146-160 160-165 160-175 165-170
2.3 2.1 2.1 1.9 1.7 1.9 2.1 2.0
40.6 39.8 38.6 39.2 39.5 41.1 41.1 40.0

10/9/2003 | 10/10/2003]10/11/2003| 10/13/2003]|10/14/2003|10/15/2003| 10/16/2003| AVERAGE| AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

165-175 175 175 165-180 | 150-165 165 150-165
2.0 2.1 1.9 2.0 2.1 2.3 1.9 2.1
41.1 37.9 42.3 40.8 38.0 42.6 37.0 39.9
10/17/2003| 10/20/2003]10/21/2003| 10/22/2003|10/23/2003{10/24/2003| 10/27/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-150 | 146-155 | 5/25/1900] 146-150 146 146-175
2.0 2.0 2.0 1.9 2.0 1.6 1.9
37.0 384 37.4 39.9 39.6 39.2 38.6
shut dn
10/28/2003110/29/2003]|10/30/2003[10/31/2003 AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2%
150-175 146-165 146
2.2 2.1 2.2
36.7 39.1 39.8
shut dn
AVERAGE| AVERAGE
CKD MOISTURE
2.0 39.5
Monthly Summary For October 2003 (Average Values)
% CKD 2.0 { By Titration)
Y%MOISTURE 39.5 { By Microwave )
%SOLIDS 71.7 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RFM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPN

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR NOVEMBER 2003
PROJECT NUMBER C - 1653

11/3/2003 | 11/4/2003 | 11/5/2003 | 11/6/2003 | 11/7/2003 |11/10/2003|11/11/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-155 146 146 146 146 146 146
2.2 2.0 2.2 2.2 21 1.7 2.1 2.1
38.3 40.3 37.6 41.1 37.0 38.4 36.8 38.5

11/12/2003]11/13/2003)11/14/2003[11/17/2003]11/18/2003| 11/19/2003]11/20/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146-150 146 146 146 146 146
1.9 1.9 2.1 2.1 2.2 2.2 2.1
37.9 36.5 37.0 36.0 38.5 36.9 371
shut dn
11/21/2003|11/24/2003|11/25/2003} 11/26/2003{11/27/2003]|11/28/2003[ 11/29/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146-176 | 5/25/1900 146 146-150 146
24 1.9 24 2.2 2.1 2.2 2.2
38.6 34.9 40.3 38.1 37.3 37.8 37.8
HOLIDAY
AVERAGE | AVERAGE
CKbD MOISTURE
AVERAGE | AVERAGE
CKD MOISTURE
2.1 37.8
Monthly Summary For November 2003 (Average Values)
% CKD 2.1 ( By Titration}
%MOISTURE 37.8 ( By Microwave )
%SOLIDS 72.6 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPN

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR DECEMBER 2003
PROJECT NUMBER C - 1653

12/1/2003 | 12/2/2003 | 12/3/2003 | 12/4/2003 | 12/5/2003 | 12/8/2003 | 12/8/2003 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146 146-165 | 146-165 146 146-150
2.1 2.0 2.3 2.1 2.0 2.1
40.6 40.8 39.8 39.1 37.9 39.6
12/10/2003{12/11/2003]12/12/2003]12/15/2003| 12/16/2003]| 12/17/2003|12/18/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-150 | 150-160
2.0 1.9 1.9
40.5 40.3 40.4
12/19/2003[ 12/22/2003]12/23/2003} 12/24/2003| 12/25/2003| 12/26/2003| 12/29/2003| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
12/30/2003(12/31/2003 AVERAGE | AVERAGE
G.C G.C CKD MOISTURE
2% 2%
AVERAGE | AVERAGE
CKD MOISTURE
Monthly Summary For December 2003 (Average Values)
% CKD 2.0 ( By Titration}
Y%MOISTURE 40.4 { By Microwave }
%SOLIDS 71.2 (BY Microwave )
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DATE
PROJECT
MiIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JANUARY 2004
PROJECT NUMBER C - 1653

1/1/2004 | 1/2/2004 | 1/3/2004 | 1/4/2004 | AVERAGE | AVERAGE
G.C G.C G.C CKD MOISTURE
2% 2% 2%
146-160 146
2.0 21 2.1
37.5 38.6 38.0
HOLIDAY
1/5/2004 | 1/6/2004 | 1/7/2004 | 1/8/2004 | 1/9/2004 | 1/10/2004 | 1/11/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146 146-160 | 146-160
1.9 1.6 1.7 2.0 1.8
39.4 39.4 35.8 36.8 37.8
shut-dn
1/12/2004 | 1/13/2004 | 1/14/2004 | 1/15/2004 | 1/16/2004 | 1/17/2004 | 1/18/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146 146 146-200
2.3 2.5 2.0 1.3 2.0
37.7 36.3 38.8 39.6 38.1
1/19/2004 | 1/20/2004 | 1/21/2004 | 1/22/2004 | 1/23/2004 | 1/24/2004 | 1/25/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
180-190 | 146-180 146 146
2.6 2.6 2.2 2.3
39.6 35.8 36.3 37.9
shui-dn
1/26/2004 | 1/27/2004 | 1/28/2004 | 1/29/2004 | 1/30/2004 | 1/31/2004 AVERAGE | AVERAGE
G.C. G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
148-150 146 146-180
1.7 2.3 1.7
40.6 37.4 39.8
shuit-dn shut-dn shut-dn 1.8 38.0
Monthly Summary For January 2004 (Average Values)
% CKD 1.9 { By Titration)
%MOISTURE 38.0 { By Microwave )
%SOLIDS 72.5 ( BY Microwave )
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DATE
PRCJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL. MONTHLY REPORT FOR FEBRUARY 2004
PROJECT NUMBER C - 1653

2/2/2004 | 2/3/2004 | 2/4/2004 | 2/5/2004 | 2/6/2004 | 2/7/2004 | 2/8/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-180 146 146-160 146-160 | 146-176
2.3 3.0 1.7 2.0 1.0 2.0
35.8 37.9 40.9 35.1 39.1 37.8
shut-dn
21972004 | 2/10/2004 | 2/11/2004 | 2/12/2004 | 2/13/2004 | 2/14/2004 | 2/15/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146-180 146 146 146
2.1 2.7 1.9 3.0 2.4
38.9 37.8 37.9 33.3 37.0
shut-dn
2116/2004 | 2117/2004 | 2/18/2004 | 2/19/2004 | 2/20/2004 | 2/21/2004 | 2/22/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
146 146 146
3.0 2.3 1.0
37.0 36.6 - 28.3 34.0
shut-dn shut-dn shut-dn
2123/2004 | 2/124/2004 | 2/25/2004 | 2/26/2004 | 2/127/2004 | 2/28/2004 { 2/29/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
146-160 | 160-180 146 146-166 | 146-170
1.0 1.0 3.0 1.7 2.0
39.9 35.2 37.9 37.6 35.1
AVERAGE | AVERAGE
CKD MOISTURE
2.2 36.2
Monthly Summary For February 2004 (Average Values)
% CKD 2.2 { By Titration)
%MOISTURE 36.2 { By Microwave )
%SOLIDS 73.4 ( BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MARCH 2004
PROJECT NUMBER C - 1653

3/1/2004 | 3/2/2004 | 3/3/2004 | 3/4/2004 | 3/5/2004 | 3/6/2004 | 3/7/2004 | AVERAGE| AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

146 146-160 { 160-180 | 180-1,000| 450-550
2.3 1.0 1.0 1.4 2.9 1.7
36.0 39.2 39.1 38.5 39.8 38.5

3/8/2004 | 3/9/2004 | 3/10/2004 | 3/11/2004 | 3/12/2004 | 3/13/2004 | 3/14/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

250-300 |175-250 |150-200 150
2.2 2.2 2.4 2.01 2.2
40 38.5 41.8 39.1 39.9
3/15/2004 | 3/16/2004 | 3/M17/2004 | 3/18/2004 | 3/19/2004 | 3/20/2004 | 3/21/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
150-275 175-250 175
1.1 2.3 1.0 1.5
35.2 38.2 39.8 37.7
3/22/2004 | 3/23/2004 | 3/24/2004 | 3/25/2004 | 3/26/2004 | 3/27/2004 | 3/28/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
150-340 | 400-475 | 500-550 | 510-525 | 475-510 475
1.1 1.5 2.3 2.5 2.8 2.1
39.5 38.7 35.6 39.1 37.9 38.6
3/29/2004 | 3/30/2004 | 3/31/2004 AVERAGE | AVERAGE
G.C. G. C. G. C. CKD MOISTURE
2% 2% 2%
475-525 525
1.7 1.9
39.6 38.6
1.8 38.7
% CKD 1.8 ( By Titration)
%MOISTURE 38.7 { By Microwave )
%SOLIDS 72.1 { BY Microwave )
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR APRIL 2004
PROJECT NUMBER C - 1653

DATE 4/1/2004 | 4/2/2004 | 4/3/2004 | 4/4/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C CKD MOISTURE
MiX DESIGN 2% 2% 2% 2%
RPM 525 550
% CKD 1.6 1.9 1.8
% MOQISTURE 31.0 37.2 34.1
COMMENTS
DATE 4/5/2004 | 4/6/2004 | 4/7/2004 | 4/8/2004 | 4/9/2004 | 4/10/2004 | 4/11/2004 § AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 475-550 | 550-800 | 550-600 | 500-550 | 500-550
% CKD 1.7 1.5 2.6 2.6 1.6 2.0
% MOISTURE 35.6 35.2 40.3 421 37.3 38.1
COMMENTS
DATE 4/12/2004 | 4/13/2004 | 4/14/2004 | 4/15/2004 | 4/16/2004 | 4/17/2004 | 4/18/2004 | AVERAGE [ AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 525-550 | 375-400 { 320-350 | 1500-350
% CEMENT 2.0 1.6 1.5 1.5 1.7
% MOISTURE 35.4 37.5 39.1 35.1 36.8
COMMENTS SHUT-DN SHUT-DN
DATE 4/19/2004 | 4/20/2004 | 4/21/2004 | 4/22/2004 | 4/23/2004 | 4/24/2004 | 4/25/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 650-700 | 600-650 | 600-650 | 700-725 | 725-1000 850
% CKD 1.9 1.7 1.4 1.8 1.5 2.1 1.7
% MOISTURE 36.7 36.0 37.3 36.1 30.7 35.2 35.3
COMMENTS
DATE 4/26/2004 | 4/27/2004 | 4/28/2004 | 4/29/2004 | 4/30/2004 AVERAGE | AVERAGE
PROJECT G. C. G. C. G, C. G.C. G. C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2%
RPM 900-950 925 875-925 875
% CKD 2.4 1.8 2.6 1.8 2.1
% MOISTURE 35.7 35.6 36.0 41.0 37.1
COMMENTS SHUT-DN 1.9 36.3
Monthly Summary For April 2004 (Average Values)

% CKD 1.9 { By Titrafion)

%MOISTURE 36.3 { By Microwave )

%SOLIDS 73.4 { BY Microwave }
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MAY 2004
PROJECT NUMBER C - 1653

DATE 5/1/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C CKD MOISTURE
MiX DESIGN 2% 2% 2% 2%
RPM
% CKD
% MOISTURE
COMMENTS
DATE 5/2/2004 | 5/3/2004 | 5/4/2004 | 5/5/2004 | 5/6/2004 | 5/7/2004 | 5/8/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 800-875 | 825-875 | 900-925 | 860-900
% CKD 2.3 1.5 1.9 2.2 2.0
% MOISTURE 423 40.0 38.6 39.8 40.2
COMMENTS
DATE 5/9/2004 | 5/10/2004 | 511/2004 | 5/12/2004 | 5/13/2004 | 5/14/2004 | 5/15/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 860 860 725 12/25/1901
% CEMENT 2.3 2.5 2.3 2.0 2.3
% MOISTURE 39.3 39.8 39.8 40.5 398.8
COMMENTS
DATE 5/16/2004 | 5/17/2004 | 5/18/2004 | 5/19/2004 | 5/20/2004 | 5/21/2004 | 5/22/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 675-725 | 550-600 600
% CKD 2.7 1.9 2.1 2.3
% MOISTURE 36.0 39.8 42.3 394
COMMENTS SHUT-DN | SHUT-DN
DATE 5/23/2004 | 5/24/2004 1 5i25/2004 | 5/26/2004 | 5/27/2004 | 5/28/2004 | 5/29/2004 | AVERAGE | AVERAGE
PROJECT G. C. G. C. G. C. G. C. G. C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 600-625 700-725 | £550-700 | 525-550 | 525-625
% CKD 1.8 2.6 2.5 2.0 2.1 2.2
% MOISTURE 37.5 34.8 37.2 429 40.2 38.5
COMMENTS SHUT-DN 2.2 395
Monthly Summary For May 2004 (Average Values)

% CKD 2.2 { By Titration)

%MOISTURE 39.5 { By Microwave }

%SOLIDS 71.7 { BY Microwave )
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DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MCISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JUNE 2004
PROJECT NUMBER C - 1653

6/1/2004 6/2/2004 6/3/2004 6/4/2004 6/5/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C CKD MOISTUR
2% 2% 2% 2% 2% '
600-640 400-700 385-450 385-430
2.4 2.8 2.3 1.7 2.3
38.4 41.2 40.5 39.2 39.8
6/6/2004 6/7/2004 6/8/2004 6/9/2004 6/10/2004 | 6/11/2004 | 6/12/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C " CKD MOISTURI
2% 2% 2% 2% 2% 2% 2%
500-525 500-525 500-525 525-550 550-575
1.8 2.2 1.9 1.8 1.8 1.9
36.7 37.5 40.8 40.0 39.0 38.8
6/13/2004 | 6/14/2004 | 6/15/2004 | 6/16/2004 | 6/17/2004 | 6/18/2004 | 6/19/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURI
2% 2% 2% 2% 2% 2% 2%
600-650 600-650 625 625 625
1.7 2.2 1.8 20 2.1 2.0
42.8 39.3 31.5 31.6 32.7 35.6
6/20/2004 | 6/21/2004 | 6/22/2004 | 6/23/2004 | 6/24/2004 | 6/25/2004 | 6/26/2004 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
625 625 625 625 625
2.0 2.2 1.8 2.0 2.0 2.0
36.7 40.4 39.8 34.9 34.2 37.2
6/27/2004 | 6/28/2004 | 6/29/2004 | 6/30/2004 AVERAGE | AVERAGE
G.C. G.C. G. C. G. C. CKD MOISTURE
2% 2% 2% 2%
625 600-625 600
2.4 2.2 2.0 2.2
39.8 40.8 43.8 41.5
2.1 38.6
Monthly Summary For JUNE 2004 (Average Values)
% LKD 2.1 { By Titration)
%MOISTURE 38.6 ( By Micrawave )
%SOLIDS 72.2 { BY Microwave }
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DATE
PROGJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JULY 2004
PROJECT NUMBER C - 1653

% MOISTURE

COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

7/1/2004 71212004 7/312004 | AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2%
600-625 650
1.8 1.9 1.8
39.8 36.4 38.1
71472004 | 7/5/2004 7/6/2004 717/2004 7/8/2004 7/9/2004 7/10/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
625-650 625 625 625-650 650
2.1 2.0 1.9 2.1 2.0 2.0
39.3 44.9 48.5 37.6 39.8 42.0
HOLIDAY
7/11/2004 | 712/2004 | 7/13/2004 | 7/14/2004 | 7/15/2004 | 7/16/2004 | 7/17/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
650-675 575-700 675-700 700-725 725
2.0 1.9 1.9 1.8 2.3 2.0
38.7 35.4 46.2 38.9 42.3 40.3
7/18/2004 | 7/19/2004 | 7/20/2004 | 7/21/2004 | 7/22/2004 | 7/23/2004 | 7/24/2004 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
700 700-715 715 715
1.7 1.8 2.0 1.8 1.8
41.0 42.8 44.9 41.8 42.6
7/25/2004 | 7/26/2004 | 7/27/2004 | 7/28/2004 | 7/29/2004 | 7/30/2004 | 7/31/2004 | AVERAGE | AVERAGE
G. C. G. C. G. C. G. C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
715-725 725-750 750-800 800 800 800
1.8 1.7 1.8 1.9 2.2 1.9 1.9
44.9 41.9 42.8 36.0 43.5 43.9 42.2
1.9 41.0
Monthly Summary For JULY 2004 (Average Values)
% LKD 1.9 { By Titration)
%MOISTURE 41.0 ( By Microwave )
%SOLIDS 70.9 ( BY Microwave }
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR AUGUST 2004
PROJECT NUMBER C - 1653

DATE 8/1/2004 | 8/2/2004 | 8/3/2004 | 8/4/2004 | 8/5/2004 | 8/6/2004 | 8/7/2004 |AVERAGE| AVERAGE {.
PROJECY G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 800 800 800 800 800
% CKD 2.3 2.2 2.2 21 2.0 2.2
% MOISTURE 39.3 RAIN 43.4 43.0 41.1 40.8 41.5
COMMENTS SHUT-DOWN
DATE 8/8/2004 | 8/9/2004 | 8/10/2004 | 8/11/2004 [ 8/12/2004 | 8/13/2004 { 8/14/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 800 800-1050 1050 1050
% CKD 2.1 0.9 2.0 2.3 1.8
% MOISTURE 46.6 43.2 42.3 41.8 RAIN 43.5
COMMENTS SHUT-DOWN
DATE 8/15/2004 | 8/16/2004 | 8/17/2004 | 8/18/2004 | 8/19/2004 | 8/20/2004 | 8/21/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 925-975 | 900-950 | 800-900 | 775-825 | 825-850
% CEMENT 2.1 1.7 2.6 2.2 1.8 2.1
% MOISTURE 35.2 39.1 40.4 44.3 42.1 40.2
COMMENTS RAIN

SHUT-DOWN
DATE 812212004 | 8/23/2004 | 8/24/2004 | 8/25/2004 | 8/26/2004 | 8/27/2004 | 8/28/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 850-865 865 800-865 750 750-800
% CKD 1.8 2.0 2.6 1.8 2.1 2.1
% MOISTURE 38.9 43.0 41.6 39.0 44.1 41.3
COMMENTS
DATE 8/28/2004 | 8/30/2004 | 8/31/2004 AVERAGE| AVERAGE
PROJECT G. C. G. C. G. C. G. C. G. C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2%
RPM 800 800
% CKD 2.0 1.9 2.0
% MOISTURE 39.5 45.9 42,7
COMMENTS 2.0 41.8
Monthly Summary For AUGUST 2004 (Average Values)

% CKD 2.0 { By Tiration}

%MOISTURE 41.8 { By Microwave )

%SOLIDS 70.5 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MiX DESIGN
RPRE

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR Sept 2004
PROJECT NUMBER C - 1653

9/1/2004 | 9/2/2004 | 9/3/2004 | 9/4/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2%
800 800 800
1.9 2.2 2.0 2.0
43.8 41.8 42.3 42.6
9/5/2004 | 9/6/2004 | 9/7/2004 | 9/8/2004 | 9/9/2004 | 9/10/2004 | 9/11/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C C.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
785-800 750 750
2.0 1.9 2.0 2.0
45.2 40.1 RAIN 41.8 42.4
HOLIDAY SHUT-DOWN
9/12/2004 | 9/13/2004 | 9/14/2004 | 9/115/2004 | 9/16/2004 | 9/17/2004 | 9/18/2004 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
750 750 750 700-750 | 650-700
2.0 2.1 2.2 2.1 2.3 2.1
45.6 43.6 41.3 41.6 40.8 42.6
9/19/2004 | ©/20/2004 | 9/21/2004 | 9/22/2004 { 9/23/2004 | 9/24/2004 | 9/25/2004 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700 700
1.9 1.9 1.7 1.9 2.0 1.9
39.5 42.5 44.5 42.2 44.4 42.6
9/26/2004 | 9/27/2004 { 9/28/2004 | 9/29/2004 | 9/30/2004 AVERAGE | AVERAGE
G.C. G. C. G.C. G.C. G. C. CKD MOISTURE
2% 2% 2% 2% 2%
700
2.2 2.2
44.6 44.6
shut-down [shut-down | shut-down 2.0 43.0
Monthly Summary For Sept. 2004 (Average Values)
% CKD 2.0 { By Titration)
%MOISTURE 43.0 { By Microwave )
%SOLIDS 69.9 { BY Microwave }
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR OCT. 2004
PROJECT NUMBER C - 1653

DATE 10/1/2004 | 10/2/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 700
% CKD 2.0 2.0
% MOISTURE 46.0 46.0
COMMENTS
DATE 10/3/2004 | 10/4/2004 | 10/5/2004 | 10/6/2004 | 10/7/2004 | 10/8/2004 | 10/9/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MiX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 700 700 700 700 700
% CKD 1.9 2.3 1.9 2.1 1.9 2.0
% MOISTURE 41.9 42.8 45.9 42.2 40.8 42.7
COMMENTS
DATE 10/10/2004{10/11/2004| 10/12/2004| 10/13/2004]10/14/2004|10/15/2004| 10/16/2004] AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 700 700 700 700
% CEMENT 2.2 2.1 2.0 2.1 21
% MOISTURE 40.1 41.1 37.8 44.2 40.8
COMMENTS
water trk
dwn
DATE 10/17/2004|10/18/2004{10/19/2004| 10/20/2004| 10/21/2004[10/22/2004(10/23/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 700 700 700
% CKD 2.0 2.2 2.0 2.1
% MOISTURE 38.5 39.8 38.8 39.0
COMMENTS shul dwnshu 1dwn
rain rain

DATE 10/24/2004{10/25/2004|10/26/2004|10/27/2004] 10/28/2004|10/29/2004|10/30/2004] AVERAGE | AVERAGE
PROJECT G. C. G. C. G.C. G. C. G. C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 700 700.0
% CKD 2.0 2.5 2.3
% MOISTURE 39.5 38.8 shut dwn shuf dwn shut dwn 39.2
COMMENTS 2.1 41.5
Monthly Summary For Oct. 2004 (Average Values)

% CKD 2.1 ( By Titration)

Y%MOISTURE 41.5 { By Microwave )

%SOLIDS 70.7 ( BY Microwave )

1419




CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR NOV. 2004
PROJECT NUMBER C - 1653

DATE 11/1/2004 | 11/2/2004 | 11/3/2004 | 11/4/2004 | 11/5/2004 | 11/6/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C CKD MQISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 875.7 800-650 | 325-600 325-475
% CKD 2.6 2.4 2.6 1.9 2.4
% MOISTURE 445 41.3 38.5 42.7 418
COMMENTS shut-dwn
due to rain

DATE 11/7/2004 | 11/8/2004 | 11/9/2004 |11/10/2004|11/11/2004|11/12/2004]11/13/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C 3.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 450-475 475 475-525 525
% CKD 1.9 1.9 1.8 1.9 1.9
% MOISTURE 47.6 41.3 42.1 39.8 SHUT DWN 427
COMMENTS DUE TO RAIN
DATE 11/14/2004|11/15/2004]11/16/2004| 11/17/2004]11/18/2004|11/19/2004} 11/20/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 550-675 875 675-700 685 685
% CEMENT 2.0 1.8 1.9 1.9 2.2 2.0
% MOISTURE 43.1 40.3 38.0 39.8 43.0 40.8
COMMENTS
DATE 11/21/2004(11/22/2004]11/23/2004| 11/24/2004]11/25/2004]11/26/2004111/27/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C, G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% . 2% 2% 2% 2%
RPM
% CKD
% MOISTURE
COMMENTS SHUT-DWN |SHUT-DWN | SHUT-DWN | HOLIDAY | HOLIDAY
DATE 11/28/2004] 11/29/2004]11/30/2004 AVERAGE | AVERAGE
PROJECT G. C. G. C. G.C. G.C. G. C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM
% CKD
% MOISTURE
COMMENTS SHUT-DWN | SHUT-DWN 2.1 41.8
Monthly Summary For NOV. 2004 (Average Values)

% CKD 2.1 { By Titration)

%MOISTURE 41.8 { 8y Microwave }

%SOLIDS 70.5 ( BY Microwave )
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR DEC. 2004
PROJECT NUMBER C - 1653

DATE 12/1/2004 | 12/2/2004 | 12/3/2004 | 12/4/2004 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2%
RPM B85 585
% CKD 1.9 1.9 1.9
% MOISTURE 36.9 38.8 37.9
COMMENTS RAIN
SHUT-DWN
DATE 12/5/2004 | 12/6/2004 | 12/7/2004 | 12/8/2004 | 12/9/2004 [12/10/2004]|12/11/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 685 650-685 650 650
% CKD 2.1 2.1 2.1 2.0 2.1
% MOISTURE 40.8 38.2 41.1 40.4 40.1
COMMENTS RAIN
SHUT-DWN

DATE 12/12/2004]|12/13/2004|12/14/2004|12/15/2004]12/16/2004|12/17/2004}12/18/2004] AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2% '
RPM 650 650 650
% CEMENT 2.1 2.4 2.0 2.1 2.1
% MOISTURE 28.9 33.3 40.8 45.9 39.7
COMMENTS SHUT-DWN |SHUT DWN
DATE 12719720041 12/20/2004]12/21/2004] 12/22/2004| 12/23/2004|12/24/2004|12/25/2004| AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C, G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPN 650 650 650 650
% CKD 1.9 1.9 2.0 2.1 2.0
% MOISTURE 40.9 42,2 40.9 38.3 40.6
COMMENTS SHUT-DWN

WEATHER
DATE 12/26/2004]|12/27/2004] 12/28/2004|12/29/2004] 12/30/2004| 12/31/2004 AVERAGE | AVERAGE
PROJECT G. C. G. C. G.C. G, C. G. C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 650.0 625-650 600 600
% CKD 2.1 2.1 2.0 2.0 2.1
% MOISTURE 42,5 41.8 41.8 42.3 42 1
COMMENTS SHUT-DWN 2.0 40.1

WEATHER
Monthly Summary For Dec. 2004 (Average Values)

% CKD 2.0 { By Titration}

%MOISTURE 40.1 { By Microwave )

%SOLIDS 71.4 (BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% WMOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% GKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

Q.C. - LANDFILL MONTHLY REPORT FOR JANUARY 2005

PROJECT NUMBER C - 1653

1/3/2005 | 1/4/2005 | 1/5/2005 | 1/6/2005 | 1/7/2005 | 1/8/2005 | AVERAGE | AVERAGE
G.C. G.C. G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
600 600 600-650 | 650-690 700
2.0 1.9 1.9 1.8 21 1.9
40.3 40.3 41.1 42,1 39.8 A40.7
1/912005 | 1/10/20056 1 1/11/2005 | 1/12/2005 | 1/13/2005 | 1/14/2005 | 1/15/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700
1.9 1.9 1.9
41.8 38.8 40.3
SHUT-DWN | SHUT-DWN | SHUT-DWN
1/16/2005 | 1/17/2005 | 1/18/2005 | 1/19/2005 | 1/20/2005 | 1/21/2005 | 1/22/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
SHUT-DWN |SHUT-DWN |SHUT-DWN |SHUT-DWN |SHUT-DWN
1/23/2005 ] 1/24/2005 | 1/25/2005 | 1/26/2005 | 1/27/2005 | 1/28/2005 | 1/29/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. : CKD MOISTURE
2% 2% 2% 2% 2% 2%
SHUT-DWN | SHUT-DWN | SHUT-DWN | SHUT-DWN § SHUT-DWN
1/30/2005 | 1/31/2005 AVERAGE ; AVERAGE
G.C. G.C. G.C. G.C. G.C. G.C. CKD MQISTURE
2% 2% 2% 2% 2% 2%
SHUT-DWN
1.9 40.5
Monthly Summary For January 2004 (Average Values)
% CKD 1.9 { By Titration)
%MOISTURE 40.5 ( By Microwave )
%SOLIDS 71.2 { BY Microwave }
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DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR FEBRUARY 2005
PROJECT NUMBER C - 1653

21172008 | 2/2/2005 | 2/3/2005 | 2/4/2005 § 2/5/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
SHUT-DWN | SHUT-BWN | SHUT-DWN | SHUT-DWN
2/6/2005 | 2/7/2005 | 2/8/2005 | 2/9/2005 | 2/10/2005 | 2/11/2005 | 2/12/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700
1.9 1.9 1.9 1.9
44.9 375 36.9 39.8
SHUT-DWN | SHUT-DWN | SHUT-DWN
2/13/2005 | 2/14/2005 | 2/15/2005 | 2/16/2005 | 2/17/2005 | 2/18/2005 | 2/19/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 650-700 600-625 | 600-625 | 9/16/1901
24 2.0 1.9 1.8 1.8 2.0
23.4 27.4 33.6 33.7 36.0 30.8
DOMINION
PROJECT
2/20/2005 | 2/21/2005 | 2/22/2006 | 2/23/2005 | 2/24/2005 | 2/25/2005 | 2/26/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% '
625-650 650 850-700 700 700 700
1.9 2.0 1.8 1.8 2.0 2.0 1.9
29.5 35.1 38.8 27.3 27.8 32.0 31.8
2/27/2005 | 2/28/2005 AVERAGE | AVERAGE
G.C. G.C. CKD MOISTURE
2% 2%
SHUT-DWN 1.9 34.1
Monthly Summary For February 2005 (Average Values)
% CKD 1.9 { By Titration}
2%MIOISTURE 34.1 ( By Microwave )
%SOLIDS 74.6 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

PROJECT NUMBER C - 1653

Q.C. - LANDFILL MONTHLY REPORT FOR MARCH 2005

3/1/2005 | 3/2/2005 | 3/3/2005 | 3/4/2005 | 3/5/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2%
700 700 700 700 700
2.0 1.9 2.0 2.0 1.8 1.9
30.4 34.5 35.7 374 35.5 347
3/6/2006 | 3/7/2005 | 3/8/2005 | 3/9/2005 | 3/10/2005 | 3/11/2005 | 3/12/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700 700
1.85 1.89 1.82 1.93 1.89 1.9
36.6 40.8 31 34.8 34.2 355
3/13/2005 | 3/14/2005 | 3/15/2005 | 3/16/2005 | 3/17/2005 | 3/18/2005 | 3/19/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700 700
2.0 1.9 2.0 2.0 1.9 2.0
31.8 35.1 34.6 35,7 30.7 33.6
SHUT-DWN
WEATHER
3/20/2005 | 3/21/2005 | 3/22/2005 | 3/23/2005 | 3/24/2005 | 3/25/2005 | 3/26/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C, G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700 700 700
1.8 1.9 1.8 1.9 2.0 1.8 1.8
37.2 35.6 37.9 36.9 36.3 36.9 36.8
/27120056 | 3/28/2005 | 3/29/2005 | 3/30/2005 | 3/31/2005 AVERAGE | AVERAGE
G. C. G. C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2%
700 700 700 700
1.8 2.1 1.9 1.9
35.1 39.0 35.6 39.8
1.9 35.1
% CKD 1.9 ( By Tiration)
%MOISTURE 35.1 ( By Microwave )
%SOLIDS 74.0 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR APRIL 2005
PROJECT NUMBER C - 1653

4/1/2005 | 4/2/2005 | AVERAGE| AVERAGE
G.C G.C CKD MOISTURE
2% 2%
700-725
1.9 1.9
37.6 376
4/3/2005 | 4/4/2005 | 4/5/2005 | 4/6/2005 | 4/7/2005 | 4/8/2005 { 4/9/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700 700 700
1.8 1.9 2.0 1.9 1.8 1.8 1.9
33.9 37.9 33.9 30.3 33.9 35.1 34.2
4/10/2005 | 4/11/2005 | 4/12/2005 | 4/13/2005 | 4/14/2005 | 4/15/2005 | 4/16/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700 700 700 700
1.9 1.9 1.8 1.9 1.9
36.7 34.5 . 37.2 39.8 371
SHUT-DWN SHUT-DWN
RAIN HI-WIND
4/17/2005 | 4/18/2005 | 4/19/2005 | 4/20/2005 | 4/21/2005 | 4/22/2005 | 4/23/2005 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
700 750 750 750 750
1.9 1.9 1.8 1.9 1.9 1.9
36.9 36.0 38.8 35.5 37.3 36.9
412412005 | 4/25/2005 | 4/26/2005 | 4/27/2005 | 4/28/2005 | 4/29/2005 | 4/30/2005 | AVERAGE | AVERAGE
G. C. G.C, G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
750 750 750-775 | 775-785
1.9 1.9 1.9 2.0
37.6 38.5 33.0 38.9
SHUT-DWN 1.9 36.4
Monthly Summary For April 2005 (Average Values)
% CKD 1.9 { By Titration)
UMOISTURE 36.4 { By Microwave )
%SOLIDS 73.3 { BY Microwave )
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DATE
PROJECT

MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MAY 2005
PROJECT NUMBER C - 1653

5/1/2005 | 5/2/2005 | 5/3/2005 | 5/4/2005 | 5/5/2005 | 5/6/2005 | 5/7/2005 | AVERAGE | AVERAGE
G.C. G.C. G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
775 700-775 | 700-725 | 750-775
2.0 2.0 1.8 1.8 1.9
39.3 36.6 30.7 38.0 35.2
RAIN
5i8/2005 | 5/9/2005 | 5/10/2005 | 5/11/2005 | 5/12/2005 | 5/13/2005 | 5/14/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
780-800 | 750-800 750 750 750 750
1.8 1.8 1.8 1.6 1.7 1.7 1.7
35.5 36.9 36.9 39.1 37.4 36.9 37.1
5/15/2005 | 5/16/2005 | 5/17/2005 | 5/18/2005 | 5M19/2005 | 5/20/2005 | 5/21/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
750 725-750 725 750 750 750
1.9 1.9 1.8 1.8 1.8 1.7 1.8
33.9 30.2 36.0 35.4 33.3 39.9 34.8
SHUT-DWN
MECH
5/22/2005 | 5/23/2005 | 5/24/2005 | 5/25/2005 | 5/26/2005 | 5/27/2005 | 5/28/2005 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
750 750 775 800 800 750
1.8 1.7 1.7 1.8 1.7 1.7
34.3 34.5 35.4 36.9 34.2 35.1
5/29/2005 | 5/30/2005 | 5/31/2005 AVERAGE | AVERAGE
G. C. G. C. G. C. G. C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
800
1.9 1.9
34.8 34.8
HOLIDAY 1.8 35.6
Monthly Summary For May 2005 (Average Values)
% CKD 1.8 { By Titration)
%MOISTURE 35.6 { By Microwave )
%SOLIDS 73.8 ( BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPI

% CKD

‘% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JUNE 2005
PROJECT NUMBER C - 1653

6/1/2005 6/2/2005 6/3/2005 6/4/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MOISTURI
2% 2% 2% 2%
800 800
1.8 1.8 1.8
35.7 33.3 34.5
SHUT-DWN | SHUT-DWN
6/5/2005 6/6/2005 6/7/2005 6/8/2005 6/9/2005 8/10/2005 | 6/11/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURI
2% 2% 2% 2% 2% 2% 2%
800 800 800 750 750 800
1.8 2.0 2.0 2.0 1.7 1.8 1.9
37.0 40.1 31.2 37.0 33.3 36.0 35.8
6/12/2005 | 6/13/2005 | 6/14/2005 | 6/15/2005 | 6/16/2005 | 6/17/2005 | 6/18/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
800 800 800 775-800 775 800
1.8 1.9 2.0 2.0 1.8 1.9
37.4 38.9 36.0 34.5 39.3 37.2
6/19/2005 | 8/20/2005 | 6/21/2005 | 6/22/2005 | 6/23/2005 | 6/24/2005 | 6/25/2005 | AVERAGE| AVERAGE
G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
775-800 800 800 800 800
1.8 1.9 1.8 1.9 2.0 1.9
39.3 33.3 36.7 36.0 33.8 35.8
6/26/2005 | 6/27/2005 | 6/28/2005 | 6/29/2005 | 6/30/2005 AVERAGE | AVERAGE
G. C. G. C. G. C. G. C. G.C. CKD MCISTURE
2% 2% 2% 2% 2%
750-800 750-800 775-790
2.0 1.9 1.9 1.9
36.6 33.1 40.2 36.6
RAIN 1.9 36.0
Monthly Summary For JUNE 2005 {Average Values)
% LKD 1.9 { By Titration)
SeMOISTURE 36.0 { By Microwave )
%SOLIDS 73.5 {BY Microwave )
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

Q.C. - LANDFILL MONTHLY REPORT FOR JULY 2005
PROJECT NUMBER C - 1653

DATE 71112005 7122005 | AVERAGE | AVERAGE
PROJECT G.C G.C CKD MOISTURE
MiIX DESIGN 2% 2%
RPM 765-775
% CKD 2.0 2.0
% MOISTURE 37.9 37.9
COMMENTS
DATE 7132005 71412005 7152005 716/2005 7772005 718/2005 7/9/2005 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MQOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 725-765 B75-725 650-675 625-650 6500
% CKD 2.0 1.9 1.9 2.0 1.8 1.9
% MOISTURE 39.0 38.9 39.1 37.9 37.9 38.6
COMMENTS HOLIDAY
DATE 7/10/2006 | 7/11/2005 | 7/12/2005 | 7/13/2005 | 7/14/2005 | 7/15/2005 | 7/16/2005 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 800-675 610-650 600-610 600 812211901
% CEMENT 1.9 1.9 1.9 1.9 1.8 1.9
% MOISTURE 37.7 40.1 38.8 42.4 33.3 38.5
COMMENTS SHUT-DWN
RAIN

DATE 71712006 | 7/118/2005 | 7/19/2005 | 7/20/2005 | 7/21/2005 | 7/22/2005 | 7/23/2005 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 600 580-600 590 590-600 600 600
% CKD 1.8 1.9 2.0 1.8 1.8 1.9 1.9
% MOISTURE 35.1 36.6 37.9 37.3 34.2 42.8 37.3
COMMENTS
DATE 7/24/2005 | 7/25/2005 | 7/28/2005 | 7/27/2005 | 7/28/2005 | 7/29/2005 | 7/30/2005 | AVERAGE | AVERAGE
PROJECT G. C. G. C. G. C, G. C. G. C. G.C. G.C. CKD MOISTURE
MiX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 600 600 600 800 600 600
% CKD 1.8 1.8 1.8 1.8 1.9 1.9 1.8
% MOISTURE 37.9 36.9 38.2 39.5 36.3 34.2 37.2
COMMENTS 1.9 37.9
Monthly Summary For JULY 2005 (Average Values}

% LKD 1.9 { By Titration)

%MOISTURE 37.9 { By Microwave )

%SOLIDS 72.5 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR AUGUST 2005
PROJECT NUMBER C - 1653

8/1/2005 | 8/2/2005 | 8/3/2005 | 8/4/2005 | 8/5/2005 | 8/6/2005 | AVERAGE| AVERAGE
G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
600 600 600 600 600 600
1.8 1.9 1.8 1.9 1.9 1.8 1.8
36.9 37.4 33.3 37.5 36.9 40.8 37.1
8/7/2005 | 8/8/2005 | 8/9/2005 | 8/10/2005 | 8/11/2005 ; 8/12/2005 | 8/13/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C | CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
600 600 600 600 600 600
1.8 1.9 1.9 1.8 1.8 1.8
34.6 324 36.0 34.6 42.8 36.1
NO TEST
8/14/2005 | 8/15/2005 | 8/16/2005 | 8/17/2005 | 8/18/2005 | 8/19/2005 | 8/20/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOQISTURE
2% 2% 2% 2% 2% 2% 2%
600 500 600 600 600 600
1.8 1.8 1.9 1.9 1.8 1.8 1.8
33.3 34.2 37.3 36.4 38.2 39.3 36.5
8/21/20065 | 8/22/2005 | 8/23/2005 | 8/24/2005 | 8/25/2005 | 8/26/2005 | 8/27/2005 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
600 600 600 600 600 600
1.8 1.8 1.9 2.0 1.9 1.8 1.9
34.3 30.3 41.2 36.9 36.3 38.8 37.8
8/28/2005 | 8/29/2005 | 8/30/2005 | 8/31/2005 AVERAGE | AVERAGE
G. C. G. C. G. C. G. C. G. C. CKD MOISTURE
2% 2% 2% 2% 2%
600 600 600
2.0 1.8 1.8 1.8
39.8 36.5 41.3 39.2
1.8 37.3
Monthly Summary For AUGUST 2005 (Average Values)
% CKD 1.8 { By Titration)
%MOISTURE 37.3 ( By Microwave )
%SOLIDS 72.8 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR Sept 2005
PROJECT NUMBER C - 1653

9/1/2005 | 9/2/2005 | 9/3/2005 | AVERAGE | AVERAGE
G.C G.C G.C CKD MOISTURE
2% 2% 2%
800 600
1.8 1.8 1.8
37.9 35.1 36.5
9/4/2006 | 9/5/2005 | 9/6/2005 | 9/7/2005 | 9/8/2005 | 9/8/2005 | 8/10/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
600 600 600-650 675 675
1.8 1.8 1.8 1.9 1.8 1.8
40.1 36.9 36.9 37.9 37.4 37.8
HOLIDAY
9/11/2005 | 9/12/2005 | 9/13/2005 | 9/14/2005 | 9/15/2005 | 9/16/2005 | 9/17/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
675-725 | 725-745 | 630-725 | 585-630 500 8/12/1901
1.8 1.9 2.0 1.9 1.9 1.8 1.9
36.9 40.4 37.3 38.9 38.8 36.0 38.1
9/18/2005 | 9/19/2005 | 9/20/2005 | 8/21/2005 | 9/22/2005 | 9/23/2005 § 9/24/2005 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
590 600 600 600
1.8 1.9 1.9 1.9 1.9
36.9 36.4 42,5 38.8 38.7
RAIN
9/25/2005 | 9/26/2005 | 9/27/2005 | 9/28/2005 ¢ 9/29/2005 | 9/30/2005 AVERAGE | AVERAGE
G.C. G. C. G.C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
600 600 600-625 625
1.8 1.8 1.8 1.9 1.8
36.3 36.9 36.0 41.8 37.8
1.8 37.8
Monthly Summary For Sept, 2005 (Average Values)
% CKD 1.8 { By Titration)
Y%MOISTURE 37.8 { By Microwave }
%SOLIDS 72.6 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

Monthly Summary For Oct. 2005

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR OCT. 2005
PROJECT NUMBER C - 1653 '

10/1/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

10/2/2005 | 10/3/2005 | 10/4/2005 | 10/5/2005 | 10/6/2005 | 10/7/2005 | 10/8/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

625 600 600

2.0 1.8 1.8 1.9

34.6 VEPCO 35.7 34.2 34.8
PROJEGT RAIN

10/9/2005 |10/10/2005} 10/11/2005)10/12/2005| 10/13/2005} 10/14/2005| 10/15/2005| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

600 600-625 625 625

1.9 1.8 1.9 1.9 1.8

36.0 36.9 37.9 374 37.1
shut dwn
GC.TO-WET

10/16/2005{10/17/2005[ 10/18/2005]|10/19/2005| 10/20/2005]|10/21/2005| 10/22/2005| AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C, CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

825 625 625 625 625-835
1.8 1.9 1.8 1.9 1.9 1.8
35.1 28.2 33.3 36.6 35.4 33.7
10/23/2005]10/24/2005| 10/25/2005(10/26/2005|10/27/2005]10/28/2005{10/29/2005| AVERAGE | AVERAGE
G. C. G. C. G.C. G. C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
635 635 635 635 635-645
1.7 1.7 1.8 1.7 1.8 1.7
30.7 30.7 35.7 28.2 36.3 32.3
rain too-wet 1.8 34.5
(Average Values)
% CKD 1.8 ( By Titration)
%MOISTURE 34.5 { By Microwave }
%SOLIDS 74.3 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MCISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR NOV. 2005
PROJECT NUMBER C - 1653

11/1/2005 | 11/2/2005 | 11/3/2005 | 11/4/2005 | 11/5/2005 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
640 640 640 640
1.8 1.8 1.8 1.9 1.8
34.5 40.8 34.8 34.2 36.1
11/6/2005 | 11/7/2005 | 11/8/2005 | 11/9/2005 |11/10/2005{11/11/2005(11/12/2005] AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
640 640 640
1.8 1.9 1.8 1.8
32.4 37.9 35.4 ) 35.2
VEPCO VEPCO
11/13/2005]11/14/2005|11/15/2005]11/16/2005]11/17/2005{ 11/18/2005]|11/19/2005] AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOQISTURE
2% 2% 2% 2% 2% 2% 2%
640 635-640 635 635 635
2.0 2.0 1.9 1.9 1.9 1.9
34.0 36.3 351 36.3 37.9 35.9
11/20/2005]11/21/2005(11/22/2005|11/23/2005| 11/24/2005| 11/25/2005]11/26/2005] AVERAGE | AVERAGE
G.C G.C G.C. G.C, G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
635 635
1.9 1.8 1.9
33.8 36.9 354
RAIN |TOO WET HOLIDAY | HOLIDAY
1127/05 |11/28/2005]11/29/2005|11/30/2005 AVERAGE | AVERAGE
G. C. G. C. G.C. G. C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
635 635.0 635
1.9 1.9 1.8 1.9
324 36.3 36.9 35.2
1.9 356
Monthly Summary For NOV. 2005 (Average Values)
% CKD 1.9 ( By Titration)
Y%MOISTURE 35.6 { By Microwave )
%SOLIDS 73.8 ( 8Y Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PRCJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR DEC. 2005
PROJECT NUMBER C - 1653

12/1/2005 | 12/2/2005 | 12/3/2005 | AVERAGE | AVERAGE
G.C G.C G.C CKD MOISTURE
2% 2% 2%
640 640-645 645
1.9 1.8 1.9 1.9
35.7 33.7 32.4 33.9
12/4/2005 | 12/5/2005 | 12/6/2005 | 12/7/2005 | 12/8/2005 { 12/9/2005 {12/10/2005| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
645 645 645 645
1.8 1.9 1.9 1.8 1.9
35.1 34.8 37.9 35.1 35.7
RAIN TOO WET
12/11/2005|12/12/2005]12/13/2005{12/14/2005|12/15/2005{12/16/2005{12/17/2005| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
645 645 645 645 6545
1.9 1.9 1.9 1.8 1.9
36.0 33.6 36.3 37.9 36.0
SHUT-DWN
TOO-WET
12/18/2005|12/19/2005|12/20/2005|12/21/2005]|12/22/2005|12/23/2005| 12/24/2005| AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C, G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
645 645
1.3 1.8 1.6
32.1 351 336
SHUT-DWD | SHUT-DWD | SHUT-DWD
12/25/2005]|12/26/2005|12/27/2005]12/28/2005| 12/29/2005( 12/30/2005| 12/31/2005] AVERAGE | AVERAGE
G, C, G. C. G.C. G.C. G, C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
HOLIDAY | SHUT-DWN | SHUT-DWN | SHUT-DWN | SHUT-DWN 1.8 34.8
Monthly Summary For DEC. 2005 (Average Values)
% CKD 1.8 { By Titration)
%MOIS TURE 34.8 ( By Microwave )
%SOLIDS 74.2 {BY Microwave )

1433




DATE
PROJECT
MIX DESIGN
RPM

% CKP

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JANUARY 2006
PROJECT NUMBER C - 1653

1/1/2007 | 1/2/2007 { 1/3/2007 | 1/5/2006 | 1/6/2006 | 1/7/2006 | AVERAGE | AVERAGE
G.C. G.C. G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
985 985
2.0 20 .
39.4 39.4
HOLIDAY
1/8/2006 | 1/9/2006 | 1/10/2006 ] 1/11/2006 | 1/12/2006 | 1/13/2006 | 1/14/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% )
645 645 645 645
1.9 1.9 1.9 1.9
36.3 34.5 34.8 PUGMILL | PUGMILL 35.2
DOWN DOWN
1/15/2006 | 1/16/2006 | 1/17/2006 | 1/18/2006 | 1/19/2006 { 1/20/2006 | 1/21/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
640-645 640 640 635-640 | 635-640
1.9 2.0 1.9 2.0 1.9 1.9
35.7 36.9 34.2 37.9 38.3 36.6
1/22/2006 | 1/23/2006 | 1/24/2006 | 1/25/2006 | 1/26/2006 | 1/27/2006 | 1/28/2008 | AVERAGE | AVERAGE
G.C G.C G.C G.C. "G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
640 640 640 640 640-645
1.9 2.0 1.9 1.8 1.8 1.9
36.0 36.3 374 36.6 36.3 38.5
1/29/2006 | 1/30/2006 | 1/31/20086 AVERAGE | AVERAGE
G.C. G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
645 645
1.8 1.8
37.9 37.9
1.9 371
Monthly Summary For January 2006 (Average Values)
% CKD 1.9 ( By Titration)
%MQOISTURE 37.1 { By Microwave )
%SOLIDS 72.9 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR FEBRUARY 2006
PROJECT NUMBER C - 1653

2/1/2008 | 2/2/2006 | 2/3/2006 | 2/4/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
645 645 845
2.0 1.9 1.8 1.9
37.9 36.4 36.0 ) 36.8
2/6/2008 | 2/6/2008 | 2/7/2006 | 2/8/2006 | 2/9/2006 | 2/10/2006 | 2/11/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
640-645 540 640 640
2.0 2.0 1.9 2.0 2.0
37.9 38.8 36.4 38.8 38.0
2/12/2006 | 2/13/2006 | 2/14/2006 | 2/15/20086 | 2/16/2006 | 2/17/2006 | 2/18/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C " G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
640 640 640 640 840
1.9 2.0 2.0 1.8 1.8 1.9
38.3 36.8 37.5 37.8 36.9 38.1
2/19/2006 | 2/20/2006 | 2/21/2006 | 2/22/2006 1 2/23/2006 | 2/24/20086 | 2/25/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% ‘
640-645 | 625-635 625
2.0 2.0 1.9 1.9
39.4 36.6 39.9 38.6
DWN
212612006 | 2/27/2006 | 2/28/2006 AVERAGE | AVERAGE
G.C. G.C. G.C. CKD MOISTURE
2% 2% 2%
815-625
2.0 2.0
37.2 37.2
DWN 1.9 37.7
Monthly Summary For February 2006 (Average Values)
% CKD 1.9 { By Titration}
Y%MOISTURE 37.7 { By Microwave }
%SOLIDS 72.6 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MARCH 2006
PROJECT NUMBER C - 1653

3/1/2006 | 3/2/2006 [ 3/3/2008 | 3/4/2006 | AVERAGE| AVERAGE
G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2%
600 600 600
1.9 2.0 1.9 1.9
36.0 37.9 36.9 36.9
3/5/2006 | 3/6/2006 | 3/7/2006 | 3/8/2006 | 3/9/2006 | 3/10/2006 | 3/11/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
585-600 | 585-590 585 585 580
1.9 1.9 2 1.9 1.9 1.9
36.5 36.6 39.8 36 37.8 37.3
3/12/2006 | 3/13/2008 | 3/14/2006 | 3/15/2006 | 3/16/2006 | 3/17/2006 | 3/18/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
580 580 565.575 | 550-560 | 535-545
1.9 2.0 2.0 1.9 2.0 2.0
39.8 37.9 37.8 35.7 36.6 37.6
3/19/2006 | 3/20/2006 | 3/21/2006 [ 3/22/2006 | 3/23/2006 | 3/24/2006 | 3/25/2006 | AVERAGE | AVERAGE
G.C - G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% '
525-635 520 495-500 | 480-495 480
2.0 2.0 2.0 2.0 2.0 2.0
36.4 34.6 37.9 36.9 34.2 36.0
3/26/20068 3/27/2006 3/28/2006 3/29/2006 3/30/2006 | 3/31/2006 AVERAGE { AVERAGE
G. C. G. C. G. C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
450-470 450
2.0 1.9 2.0
34.7 34.0 34.4
1.9 36.4
% CKD 1.9 ( By Titration)
%MOISTURE 36.4 { By Microwave )
%SOLIDS 73.3 ( BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR APRIL 2006
PROJECT NUMBER C - 1653

4/1/2006 | AVERAGE | AVERAGE
G.C CKD MOISTURE
2% ‘

4/2/2006 | 4/3/2006 | 4/4/2008 | 4/5/2006 | 4/6/2006 | 4/7/2006 | 4/8/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

420 395-400 | 380-395 | 330-370 310
2.0 2.0 2.0 2.0 1.8 2.0
38.8 36.6 37.2 36.3 36.9 37.2

4/9/2006 | 4/10/2006 | 4/11/2006 | 4/12/2006 | 4/13/2006 | 4/14/2006 | 4/15/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

315-330 | 350-420 | 450-500 | 530-560
1.8 1.9 1.8 1.9 1.8
34.5 36.6 35.2 36.3 35.7
PUG-MILL
DOWN

4/16/2006 | 4/17/2006 | 4/18/2006 | 4/19/2006 | 4/20/2006 | 4/21/2006 [ 4/22/2006 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%

560 560 560 560 560
2.0 1.9 2.0 2.0 2.0 2.0
36.3 36.6 36.3 38.8 38.2 37.2

4/23/2006 | 4/24/2006 | 4/25/2006 | 4/26/2006 { 4/27/2006 | 4/28/2006 | 4/29/20086 | AVERAGE | AVERAGE
G. C. G.C. G.C. G. C. G. C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%

535 535 525-535 525 525
1.9 2.0 2.0 2.0 2.0 2.0
39.2 38.2 39.8 37.4 37.9 38,5
1.9 37.1
Monthly Summary For April 2006 (Average Values)
% CKD 1.9 { By Titration}
%MOISTURE 371 { By Microwave )
%SOLIDS 72.9 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR MAY 2006
PROJECT NUMBER C - 1653

5/1/2006 | 5/2/2006 | 5/3/2006 § 5/4/2006 | 5/5/2006 | 5/6/2006 | AVERAGE | AVERAGE
G.C. G.C, G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
525 525 515 510 510
1.9 1.9 1.9 2.0 2.0 1.9
36.0 37.0 34.8 37.9 35.1 36.2
5/7/2006 | 5/8/2006 | 5/9/2006 | 5/10/2006 | 5/11/2006 | 5/12/2006 | 5/13/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500 500 500
2.0 2.0 2.0 2.0 2.0
36.0 34.2 37.5 36.5 36.1
RAIN
5/M14/2006 | 5/15/2006 | 5/16/2006 | 5/17/2006 | 5/18/2006 | 5/19/2006 | 5/20/2008 | AVERAGE { AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500 500 500 500 500
2.0 2.0 2.0 2.0 2.0 1.9 2.0
39.3 39.8 41.8 36.6 36.3 36.4 38.4
5/21/2006 | 5/22/2006 | 5/23/2006 | 5/24/2006 | 5/25/2006 | 5/26/2006 | 5/27/2006 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500 500 500 500 500
1.9 2.0 2.0 1.9 1.9 2.0 1.9
35.1 39.9 35.1 35.1 38.8 37.9 37.0
5/28/2006 | 5/29/20086 | 5/30/2006 | 5/31/2006 AVERAGE | AVERAGE
G. C. G. C. G.C. G. C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500
2.0 2.0 2.0
39.8 39.8 39.8
HOLIBAY 2.0 37.5
Monthly Summary For May 2006 (Average Values)
% CKD 2,0 { By Titration)
%MO’S TURE 37.5 ( By Microwave }
%SOLIDS 72.7 {BY Microwave )
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CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JUNE 2006
PROJECT NUMBER C - 1653

DATE 6/1/2006 | 6/2/2006 | 6/3/2006 | AVERAGE [ AVERAGE
PROJECT G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2%
RPM 500 500
% CKD 1.9 2.0 2.0
% MOISTURE 35.1 40.3 37.7
COMMENTS
DATE 6/4/2008 | 6/5/2006 | 6/6/2006 | 6/7/2006 { 6/8/2006 | 6/9/2008 | 6/10/2008 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 500 500 500 500
% CKD 2.0 2.0 1.9 2.0 2.0
% MOISTURE 38.8 40.4 36.0 37.8 38.3
COMMENTS RAIN
DATE 6/11/20086 | 6/12/2008 | 6/13/2006 | 6/14/2006 | 6/15/2006 | 6/16/2006 | 6/17/2006 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
MiX DESIGN 2% 2% 2% 2% 2% 2% 2%
RPM 500 500 500
% CEMENT 2.0 2.0 2.0 2.0
% MOISTURE 37.0 42.5 40.8 40.1
COMMENTS SHUT-DWN SHUT-DWN
RAIN RAIN

DATE 6/18/2006 | 6/19/2006 | 6/20/2006 | 6/21/2006 | 6/22/2006 | 6/23/2006 | 6/24/2006 | AVERAGE | AVERAGE
PROJECT G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 500 500 500 500 500
% CKD 1.9 2.0 2.0 2.0 2.0 2.0
% MOISTURE 39.8 36.9 43.8 41.8 41.8 40.8
COMMENTS
DATE 8/25/2006 | 6/26/2006 | 6/27/2006 | 6/28/2006 | 6/29/2006 | 6/30/2006 AVERAGE | AVERAGE
PROJECT G.C. G. C. G. C. G, C. G.C. G.C. CKD MOISTURE
MIX DESIGN 2% 2% 2% 2% 2% 2%
RPM 500 500
% CKD 2.0 2.0 2.0
% MOISTURE SHUT-DWN | SHUT-DWN | SHUT-DWN 44.2 43.3 43.8
COMMENTS RAIN RAIN TOO-WET 2.0 40.1
Monthly Summary For JUNE 2006 (Average Values)

% LKD 2.0 { By Titration)

%MOISTURE 40.1 { By Microwave }

%SOLIDS 71.4 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JULY 2006
PROJECT NUMBER C - 1653

7/31/2006 | AVERAGE | AVERAGE
G.C G.C CKD MCISTURE
2% 2%
650-700
1.8 1.8
43.6 43.6
7122006 | 7/3/2006 | 7/4/2006 | 7/5/2008 | 7/6/2006 | 7/7/2006 | 7/8/2006 |AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500
2.0 2.0 2.0
41.8 38.8 SHUT-DWN | SHUT-DWN 40.3
HOLIDAY MAINT MAINT
7/9/2006 | 710/2006 | 7/11/2006 | 7/12/2006 | 7/13/2006 | 7/14/2006 | 7/15/2008 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
500 500 500 500 500
2.0 1.8 1.9 1.9 1.8 1.9
38.9 36.9 35.1 38.8 33.3 366
7/16/2006 | 7M17/2006 | 7/18/2008 | 7/18/2006 | 7/20/2006 | 7/21/2006 | 7/22/2006 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% ‘
500-550 | 575-600 6800 800 600 600
1.8 2.0 1.9 2.0 1.8 1.9 1.9
34.3 38.9 37.2 37.3 38.8 39.8 37.7
7123/2008 [ 7/24/2006 | 7/25/2006 | 7/26/2006 | 7/27/2006 | 7/28/2006 | 7/29/2006 | AVERAGE | AVERAGE
G.C. G. C. G. C. G. C. G. C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
600 600 600 600 600
2.0 1.9 1.9 1.8 1.9
37.8 40.1 35.1 37.9 SHUT-DWN 37.7
MAINT 1.9 39.2
Monthly Summary For JULY 2006 (Average Values)
% LKD 1.9 ( By Titration}
%MOISTURE 39.2 { By Microwave }
%SOLIDS 71.8 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR AUGUST 2006
PROJECT NUMBER C - 1653

8/1/2006 | 8/2/2006 | 8/3/2006 | 8/4/2006 | 8/5/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
700-800 | 830-900 | 900-1000 [ 950-1000
1.8 1.8 1.8 1.9 1.8
38.8 42.8 37.9 40.1 39.9
8/6/2006 | 8/7/2006 | 8/8/2008 | 8/9/2006 | 8/10/2006 | 8/11/2006 | 8/12/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
975-1000 900-1000 800
1.9 2.0 1.9 1.9
40.5 38.3 39.8 39.5
SHUTDWN |SHUT DWN |SHUT DWN
8/13/2006 | 8/14/20086 | 8/15/2006 | 8/16/20086 | 8/17/2006 | 8/18/2006 | 8/19/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
800-900 200 800 800 700-800 700
1.9 1.9 2.0 1.9 2.0 2.0 2.0
36.6 37.4 37.8 36.0 44.5 38.9 38.5
8/20/2006 | 8/21/2006 | 8/22/2006 | 8/23/2006 | 8/24/2006 | 8/25/2006 | 8/26/2006 | AVERAGE | AVERAGE
G.C G.C G.C, G.C. G.C, G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
600-700 700 700 700 700 700
1.9 1.9 2.0 2.0 1.9 1.9
44.0 40.4 40.8 421 41.4 41.7
SHUT-DWN
8/27/2006 | 8/28/2006 | 8/29/2006 | 8/30/2006 | 8/31/2008 AVERAGE | AVERAGE
G. C. G.C. G. C. G. C. G. C. CKD MOISTURE
2% 2% 2% 2% 2%
700 700 700 700
2.0 1.8 2.0 2.0 2.0
43.2 39.5 39.5 47.0 42.3
1.9 40.4
Monthly Summary For AUGUST 2006 (Average Values)
% CKD 1.9 { By Titration)
“%MOISTURE 40.4 { By Microwave )
%SOLIDS 71.2 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MiX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR Sept 2006
PROJECT NUMBER C - 1653

9/1/2006 | 9/2/2006 | AVERAGE | AVERAGE
G.C G.C G.C CKD MOISTURE
2% 2% 2%
SHUT-DWN
RAIN
9/3/2006 | 9/4/2006 | 9/5/2006 } 9/6/2006 | 9/7/2006 | 9/8/2006 | 9/9/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
700-800 | 800-875 875 875-950
1.9 1.8 1.9 1.8 1.9
48.6 38.5 44.9 38.8 42.7
HOLIDAY
9/10/2006 | 9/11/2006 | 8/12/2006 | 9/13/2006 | 9/14/2006 | 9/15/2006 | 9/16/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2% )
1000 900-1000 | 950-975 1000 1000
1.9 1.9 1.9 1.8 1.9 1.9
40.8 38.2 49.2 40.1 38.8 41.4
9/17/2006 | 9/18/2006 | 9/19/2006 | 8/20/2006 | 9/21/2006 | 9/22/2006 | 9/23/2006 | AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
1000 950 900-950 900 900-975
1.9 1.9 2.0 1.9 1.9 1.9
40.8 43,9 39.8 40.8 37.9 40.6
9/24/2006 | 9/25/2008 | 9/26/2006 | 9/27/2006 § 9/28/2006 | 9/29/2006 | 9/30/2006 | AVERAGE | AVERAGE
G.C. G.C. G.C. G.C. G. C, G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
975 a75 975 975 975
1.8 2.0 2.0 1.9 1.9 1.9
32.8 40.8 37.9 44,1 42.8 39.7
1.9 411
Monthly Summary For Sept.2006 (Average Values)
% CKD 1.9 ( By Titration)
WMOISTURE 41.1 { By Microwave )
%SOLIDS 70.9 ( BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR OCT. 2006
PROJECT NUMBER C - 1653

AVERAGE [ AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
0.0
0.0
10/1/2006 | 10/2/2006 | 10/3/2006 | 10/4/20086 | 10/5/2006 | 10/6/2006 ] 10/7/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
975 975 975 975
1.8 1.8 1.9 1.8 1.8
40.5 41.8 41.8 36.9 RAIN 40.3
SHUT-DWN
10/8/2006 | 10/9/2006 | 10/10/2006{10/11/2006|10/12/2006| 10/13/2006| 10/14/2006] AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MCISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985-1000
2.0 1.9 1.9 1.8 1.8 1.8
41.1 39.5 41.4 39.3 42.4 40.7
10/15/2006]10/16/2006|10/17/2006| 10/18/2006] 10/18/2006]10/20/2006]10/21/2006] AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
1000 985-1000 985
1.9 2.0 2.0 2.0
40.8 41.4 40.8 41.0
SHUT-DWN
10/22/2006}10/23/2006] 10/24/2006{ 10/25/2006] 10/26/2006]10/27/2006( 10/28/2008| AVERAGE | AVERAGE
G. C. G. C. G.C. G.C. G. C. G.C. G.C. CKD MCOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 o985 985 0
2.0 1.9 1.9 1.9 1.9
39.8 43.1 39.8 40.8 40.9
Monthly Summary For Oct. 2006 (Average Values)
% CKD 1.9 ( By Titration}
%MOISTURE 40.9 { By Microwave )
%SOLIDS 71.0 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL, MONTHLY REPORT FOR NOV.2006
PROJECT NUMBER C - 1653

11/1/2006 | 11/2/2006 | 11/3/2006 | 11/4/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
985 985
2,0 1.9 2.0
42.4 40.1 41.3
11/5/2006 | 11/6/2006 ¢ 11/7/2006 | 11/8/2006 | 11/9/2008 111/10/2006(11/11/2006| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985
1.9 1.9 2.0 2.0 2.0
41.8 40.4 43.4 40.1 41.4
too-wet
11/12/2008(11/13/2006}11/14/2006{11/15/2006]11/16/2006]11/17/2006| 11/18/2008] AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985
1.9 1.9 2.0 1.9 1.9
39.1 39.5 41.8 40.8 40.3
shut-dwn :
rain
11/19/2006|11/20/2006}11/21/2006{11/22/2008| 11/23/2006]11/24/2006( 11/25/2006] AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985
1.9 1.9 1.9
424 43.8 43.1
rain HOLIDAY | HOLIDAY
11/26/2008(11/27/2006]11/28/2006|11/29/2006]11/30/2006 AVERAGE | AVERAGE
G. C. G.C. G.C. G. C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985
2.0 1.9 2.0
40.1 41.3 40.7
FOG 1.9 41.4
Monthly Summary For NOV.2006 (Average Values)
% CKD 1.9 { By Titrakion)
Y%MOISTURE 41.4 { By Microwave )
%SOLIDS 70.7 { BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR DEC. 2006
PROJECT NUMBER C - 1653

121112008 | 12/2/2006 | AVERAGE | AVERAGE
G.C G.C G.C CKD MOISTURE
2% 2% 2%
985
2.0 2.0
42.1 421
12/3/2006 | 12/4/2006 | 12/5/2006 | 12/6/2006 | 12/7/2006 | 12/8/2006 | 12/8/2006 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.8 2.0 2.0 1.9 1.9 1.9
41.2 41.8 40.3 41.8 39.1 40.8
12/10/2006(12/11/2006(12/12/2006]12/13/2006|12/14/2006]12/15/2006]12/16/2006| AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.9 1.9 2.0 1.9 1.9 1.9
39.8 40.8 39.8 39.8 38.3 39.9
12/17/2006{12/18/2006|12/19/2006§12/20/20086}12/21/2006]12/22/2006|12/23/2006| AVERAGE | AVERAGE
G.C G.C G.C. G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
12/24/2006]12/25/2006| 12/26/2008|12/27/2006| 12/28/2006| 12/29/20086[12/30/2006] AVERAGE | AVERAGE
G. C. G. C. G.C. G. C. G. C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
1.8 40.9
Monthly Summary For DEC. 2006 (Average Values)
% CKD 1.9 ( By Yitration)
Y%MOISTURE 39.9 ( By Microwave }
%SOLIDS 71.5 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

BATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR JANUARY 2007
PROJECT NUMBER C - 1653

1M1/2007 | 1/2/2007 | 1/3/2007 | 1/4/2007 | 1/6/2007 | 1/6/2007 | AVERAGE| AVERAGE
G.C. G.C. G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2%
985 985 985 985
2.0 1.8 1.9 1.9 1.9
39.4 39.8 41.8 40.8 40.5
HOLIDAY
1/7/2007 | 1/8/2007 | 1/9/2007 | 1110/2007 | 1/11/2007 | 1/12/2007 | 1/13/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
2.0 1.9 2.0 2.0 2.0
rain 40.3 41.8 39.3 40.4 40.5
shut-dwn
1/14/2007 | 1/15/2007 | 1/16/2007 } 1/17/2007 { 1/18/2007 | 1/19/2007 | 1/20/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.8 2.0 1.9 1.9 1.8 1.9
41.5 40.8 41.1 39.8 40.3 40.7
1/21/2007 | 1/22/2007 | 1/23/2007 | 1/24/2007 | 1/25/2007 | 1/26/2007 | 1/27/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.9 1.8 1.9 1.9 1.9
too-wet 38.2 40.3 40.4 39.5 39.6
shut-dwn
1/28/2007 | 1/29/2007 | 1/30/2007 | 1/31/2007 AVERAGE | AVERAGE
G.C. G.C. G.C. G.C. G.C. G.C. CKD MOQISTURE
2% 2% 2% 2% 2% 2%
985 985 985
1.9 1.9 2.0 1.9
39.8 40.1 40.1 40,0
1.8 40.2
Monthly Summary For January 2007 (Average Values)
% CKD 1.9 { By Titration)
%MOISTURE 40.2 ( By Microwave )
%SOLIDS 71.3 { BY Microwave )
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION
Q.C. - LANDFILL MONTHLY REPORT FOR FEBRUARY 2007
PROJECT NUMBER C - 1653

21172007 | 2/2/2007 | 2/3/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985
1.9 1.9
39.4 39.4
shut-dwn
2/4/2007 | 2/5/2007 | 2/6/2007 | 2/7/2007 | 2/8/2007 | 2/9/2007 | 2/10/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985 850-985
1.9 1.9 1.9 1.9 1.9 1.8 1.9
40.8 40.4 38.8 40.1 40.8 41.3 40.4
2/11/2007 | 2/12/2007 | 2/13/2007 | 2/14/2007 | 2115/2007 | 2/16/2007 | 2/17/2007 | AVERAGE | AVERAGE
G.C G.C - G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
850 850-900 900-950 850 8/7/1802
7.9 1.8 1.8 1.7 1.8 1.8
40.8 41.4 41.4 40.3 39.8 40.7
shut-down
rain
2/18/2007 | 2/19/2007 | 2/20/2007 | 2/21/2007 | 2/22/2007 | 2/23/2007 | 2/24/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
950975 | 975-985 985 985 985
1.8 1.8 1.8 1.8 1.8 1.8
39.4 39.8 40.8 40.8 40.4 40.2
2/25/2007 | 2/26/2007 | 2/27/2007 | 2/28/2007 AVERAGE | AVERAGE
G.C. G.C. G.C. G.C. CKD MOISTURE
2% 2% 2% 2%
985 985
1.8 1.9 1.9
39.3 38.2 38.8
RAIN 1.8 39.9
Monthly Summary For February 2007 (Average Values)
% CKD 1.8 ( By Tiration)
%MOISTURE 39.9 { By Microwave )
%SOLIDS 71.5 ( BY Microwave }
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DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% CEMENT
% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

DATE
PROJECT
MIX DESIGN
RPM

% LKD

% MOISTURE
COMMENTS

CHESAPEAKE ENERGY CENTER - DOMINION GENERATION

PROJECT NUMBER C - 1653

Q.C. - LANDFILL MONTHLY REPORT FOR MARCH 2007

3/1/2007 | 3/2/2007 | 3/3/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2%
985
1.8 1.8
40.5 shut 40.5
down
3/4/2007 | 3/5/2007 | 3/6/2007 | 3/7/2007 | 3/8/2007 | 3/0/2007 | 3/110/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.8 1.8 1.8 1.8 1.8 1.8
421 40.4 40.8 42,8 41.8 41.6
3/11/2007 | 3/12/2007 | 3/13/2007 | 3/14/2007 | 3/15/2007 | 3/16/2007 | 3/17/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C G.C G.C CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985
1.8 1.8 1.8 1.8 1.8
41,8 41.1 40.8 40.3 41,0
shut-dwn
rain
3/18/2007 | 3/18/2007 | 3/20/2007 | 3/21/2007 | 3/22/2007 | 3/23/2007 | 3/24/2007 | AVERAGE | AVERAGE
G.C G.C G.C G.C. G.C, G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 985 985 985 985
1.8 1.8 1.8 1.8 1.8 1.8
39.4 40.1 37.8 39.4 37.9 38.9
3/25/2007 3/26/2007] 3/27/2007| 3/28/2007 | 3/29/2007 | 3/30/2007 | 3/31/2007 | AVERAGE | AVERAGE
G. C, G. C. G.C. G.C. G.C, G.C. G.C. CKD MOISTURE
2% 2% 2% 2% 2% 2% 2%
985 975-1020 975 1000
1.9 1.8 1.8 1.8 1.8
41.1 39.4 40.4 39.8 40.2
1.8 40.4
% CKD 1.8 { By Titration)
%MOISTURE 40.4 { By Microwave )
%SOLIDS 71.2 ( BY Microwave }
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